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Abstract 

A major hindrance to more application of engineered-wood products in the Canadian building 

construction market is the lack of technical documentations and guidelines for the design of timber 

beam-to-column connections, especially those with moment-resisting capacities. In terms of 

designing for elevated temperatures, there is very limited research done for determining the fire 

resistance of moment-resisting timber connections. A comprehensive experimental testing 

program that consisted of thirty-seven full-size tension assemblies and eight novel full -size beam-

to-column connection test specimens were subjected to static loading at ambient temperature. In 

addition, eight beam-to-column connection test specimens identical to those tested at ambient 

temperature were examined at elevated temperatures of standard fire.  

Test variables investigated in this study included rod embedment length and washer size. The 

effects of these variables on the structural behaviour of the novel concealed glulam beam-to-

column moment-resisting connection at both ambient and elevated temperatures were studied. The 

results of the nine different configurations from the tension tests were used to find the four most 

ductile and predictable configurations to be used for the newly designed beam-to-column 

connection configuration. For the tension connections, an embedment length to washer size ratio 

of about 4:1 provides a more predictable failure of rod pull-out. Accordingly, attention should be 

taken to ensure that the rod embedment length is to be slightly longer when compared to the washer 

size to maintain a ratio greater than 4 to 1 to promote for wood crushing failure.  

A failure of wood crushing is more consistent and predictable, whereas lesser embedment length 

to washer size ratio would promote a wood splitting failure which is highly unpredictable. From 

the beam-to-column connection tests performed, the connections that failed due to the top steel 

rod yielding were stronger, while the connections that failed due to the wood crushing under the 

washer had a higher ductility ratio. The results of the four configurations from the ambient beam-

to-column connections were used to verify the calculated moment capacities of the test assemblies 

so they all could be loaded to the full-service design load of the weakest connection assembly 

before being exposed to CAN/ULC-S101 standard fire in the large-size fire testing furnace 

accommodated at Lakehead Universityôs Fire Testing and Research Laboratory (LUFTRL). The 

results showed that using a smaller washer provided more wood cover to protect the steel 

components from the effects of elevated temperatures. Also, utilizing longer rod embedment 

length provided more shear resistance. By combining those two parameters, a concealed beam-to-
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column timber connection that utilized two mechanically-fastened steel rods can be successfully 

designed to achieve a one-hour fire resistance with no fire protection.  
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Chapter 1 Introduction  

1.1 Background 

The use of wood as the main construction material in industrial buildings is an uncommon concept 

that provides a unique visual aesthetic. Wooden buildings are cost effective, quicker to build, and 

a more sustainable choice when compared to more traditionally used concrete and steel materials 

(Ramage, et al., 2017). Wood is a renewable resource that stores carbon during growth and retains 

it indefinitely after it has been harvested. In the lifecycle of a wooden building, it will produce less 

air and water pollution, use less energy, and emit less greenhouse gases compared to structural 

steel or concrete buildings. Traditional sawn lumber can be easily attained, but it has size 

limitations which can restrict designers when larger sections are required. Thus, engineered-wood 

products fill the gap in construction demands, such as glued-laminated timber (glulam) and cross-

laminated timber (CLT), which have opened new possibilities to further utilize wood in 

engineering design and construction. Glulam members are structural mass timber members 

manufactured from smaller sections of wood known as laminations. The manufacturing process 

can utilize trees that were previously unusable as a building material due to their small size and/or 

low mechanical properties but are the perfect size for laminations. When laminations are glued 

together, they form a final product with a greater length, cross section and greater mechanical 

properties than those of the individual laminations (Nordic Wood Structures, 2015). Starting in 

2009, 2013 and 2015, the provinces of British Columbia, Quebec and Ontario, respectively, made 

amendments to their provincial building codes facilitating the use of timber as the primary building 

system for construction of up to six storeys. Prior editions of the National Building Code of Canada 

(NBCC) restricted the use of wood as the primary building system by limiting its application to 

buildings with a maximum height of four storeys. The current version of the National Building 

Code of Canada has increased the height restriction to include buildings up to six storeys (National 

Research Council of Canada 2015). As mid- and high-rise buildings are expected to undergo 

loading beyond the capacity of sawn lumber, this presents an ideal application for larger glulam 

structural components, as they are capable of sustaining considerably larger loads when compared 

to commercially available sawn lumber. Current technical documentations and design guidelines 

in Canada have some lack in the design of moment-resisting timber beam-to-column connections, 

a key requirement for taller buildings expected to resist lateral loads combined with heavy vertical 
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loads. In this context, the primary concern of using timber moment-resisting frames is its capability 

to resist moments without undergoing brittle failure modes. In terms of designing for elevated 

temperatures, there is lack of supporting framework for determining the fire resistance rating of 

moment-resisting connections, and extremely limited research on the behaviour of moment-

resisting connections at elevated temperatures. The fire performance of wood structures is a 

primary concern of the public and regulatory bodies overseeing building codes, especially in the 

context of safety and designing buildings to withstand fire and needs to be addressed in order to 

further the use of wood as the primary building system in mid- and high-rise buildings.  

1.2 Problem Statement 

The primary concern of using timber in structural applications at ambient temperature is the 

formation of brittle failure. This concern is important in the design of taller timber buildings due 

to the increased vertical height carrying a wind load when compared to low-rise buildings, as well 

as the increased load expected during an earthquake. The use of metal connectors promote heavy 

timber connections to behave in a relatively ductile manner by providing a source of energy 

dissipation and designing the connection to fail in the steel components instead of the wood (Murty 

et al., 2008; Andreolli et al., 2011). However, brittle failure can be developed before the connection 

can experience any possible ductile behaviour (Humbert et al., 2014). An additional consideration 

for optimizing glulam for practical construction use, is its behaviour as a rotationally-restrained 

member in framed structures. Such studies have been conducted on the behaviour of heavy-timber 

connections used in frames subjected to axially-applied compressive and tensile loads (Gattesco, 

2004). Very few research projects, such as the work done by (Quenneville, 2014; Xu et al., 2015), 

have been undertaken to study the behaviour and moment resistance of heavy-timber connections 

as part of a frame, especially in the context of frames lateral resistance (Xiong et al., 2016). 

Most guidelines in North America for fire design are prescriptive; however, the general trend has 

been to adopt a performance-based methodology for structural fire design (Hadjisophocleous and 

Benichou, 1999; Barber, 2017). The trend has been supported by extensive testing of building 

materials as: individual components, sub-assemblies, assemblies, and even entire structures. 

However, the focus of the fire safety field has predominantly been on steel and concrete 

components, not glulam or other timber products (Bisby et al., 2013). Specifically, there is 

considerable lack in the available literature on the fire behaviour of heavy-timber moment-resisting 
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connections either as individual components or as part of a structural frame. Primarily, the focus 

has been on axially loaded connections (Racher et al., 2010), under compressive or tensile loading, 

parallel to the grain (Peng. et al., 2010) or perpendicular to the grain (Audebert et al., 2012). At 

elevated temperatures, the studies showed that timber connections either fail due to brittle failure 

in the wood, such as splitting, and row shear-out or due to ductile failure modes, such as hole 

elongation and wood crushing, or yielding in the steel components at elevated temperatures.  

1.3 Scope and Objectives 

The results presented in this thesis show an experimental study of a novel concealed glulam beam-

to-column moment-resisting connection. The connection was evaluated based on the failure 

modes, maximum tension capacity, maximum moment capacity, stiffness, ductility, and fire 

resistance. A comprehensive experimental testing program consisted of thirty-seven full-size 

tension assemblies and eight full-size beam-to-column test connections subjected to static loading 

at ambient temperature, and eight test connections at elevated temperatures. Test variables 

investigated in this research project included rod embedment length and washer size, and the effect 

of these variables on the normal and elevated temperatures performance of the newly-designed 

concealed glulam beam-to-column moment-resisting connection. The results of the nine 

configurations from the tension tests as explored in Chapter 3 were used to find the four most 

ductile and predictable configurations to be used for the beam-to-column connections as discussed 

in Chapter 4. The results of the four configurations from the ambient beam-to-column test 

assemblies in Chapter 4 were used to verify the calculated moment capacities of the test assemblies 

so they all can be loaded to the full-service design load of the weakest connection assembly before 

being exposed to CAN/ULC-S101 standard fire in the large-size fire testing furnace 

accommodated at Lakehead Universityôs Fire Testing and Research Laboratory (LUFTRL) as 

discussed in Chapter 5. 

A few objectives of this research are listed below: 

1. Create a new concealed glulam beam-to-column connection configuration using 

mechanically fastened steel rods that can surpass 60 minutes in standard fire exposure. 

2. Develop a simple design guideline for the new concealed glulam beam-to column 

connection. 
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3. Experimentally investigate the effects of various parameters, i.e., rod embedment length, 

and washer size, on the strength and stiffness of the newly-developed glulam beam-to-

column connection. 



 

   

5 
 

Chapter 2 Literature Review 

2.1 Glulam 

Larger sawn lumber members are becoming increasingly difficult to obtain for heavy-timber 

construction because trees are limited in the sizes sometimes required. A way to negate this issue 

is to use glued-laminated timber (glulam) sections. Glulam is manufactured by gluing together 

small sections of wood, known as lamina, to form a larger wood section. The laminas used are 

varied in size depending upon the manufacturer with common sizes used from traditional lumber 

such as 2.0 inches by 4.0 inches, or smaller.  Some manufacturers are using laminas as small as 25 

mm x 50 mm (1ò x 2ò) from wood that is normally wasted such as wood sourced from the crown 

of trees, side cuts, and small branches (Nordic Wood Structures, 2015). These wood sections were 

previously ignored as a building material due to their small size or low mechanical properties 

individually. When these laminas are glued together, they can form a larger and stronger member 

than that from sawn lumber of the same species. 

Glulam has been used in Canada in the construction of industrial, commercial, and institutional 

buildings. Recently, amendments were made to the National Building Code of Canada (National 

Research Council of Canada, 2015) and several provincial building codes that allowed wood to be 

the primary building material in mid-rise buildings up to six storeys. These changes have increased 

the potential scope for glulam sections in Canadian construction as glulam members can be made 

with much larger cross-sections, lengths, and even be curved in order to support greater loads than 

sawn lumber members. As these changes have been recently made to the building code, there is 

little technical design documentation providing adequate design guidelines for mass timber beam-

to-column connections. 

2.2 Timber Mo ment Connections 

The most lacking areas in the available design guidelines are embedded-rod connections (Hunger 

et al., 2016) and moment-resisting connections (Petrycki & Salem, 2020). Moment frames as 

lateral force resisting systems are favoured over other conventional frame systems such as 

concentrically braced frames, crossed braced systems, or chevron brace frames because of their 

ability to provide an open, uninterrupted system (Metten, 2012). There are clauses in the Canadian 
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steel design standard (Canadian Standards Association, 2019) and concrete design standard 

(Canadian Standards Association, 2014), and the National Building Code of Canada (National 

Research Council of Canada, 2015) that allow for the design of moment frames in steel or concrete, 

but as of date, no conventional regulation or guidelines exist for moment frames constructed from 

timber. This is mainly because ductility is required for moment frames, which cannot be achieved 

with timber members alone. 

The primary focus on research into the capacity of glulam beam-to-column moment-resisting 

connections is the reduction, control, and prediction of brittle failure modes. Ductile failure modes 

are well understood and can be designed for, while brittle failure modes are often unpredictable; 

both in their development and effect on the capacity of the connection. To ensure the safety of 

occupants in taller buildings made of wood, every effort must be made to either avoid brittle failure 

modes or ensure that failure is ductile, this reduces any chance of a catastrophic collapse. The 

limited research on moment-resisting connections has focused on the effect of connectionsô 

parameters, such as type of fastener and their locations, as well as the capacity, rotational 

behaviour, and failure modes in the glulam beams. 

Gehloff et al. (2010) increased the ductility and moment capacity of a bolted beam-to-column 

connection by inserting long threaded screws in between the bolt lines. Canadian glulam 24f-E 

Douglas fir was used with 9.5 mm thick steel plates. The steel plates were slotted into a 130 mm 

x 304 mm beam, sandwiched between two 130 mm x 304 mm columns and bolted together with 

25.4 mm bolts. An example of one connection bolt and screw layout is presented in Figures 2.1(a) 

and 2.1(b) respectively. The perpendicular reinforcement provided by the long screws prevented 

early splitting of the member, but could not fully prevent it as shown in Figure 2.2. Tests, where 

the screws were closer to the bolt holes, could not significantly increase the connection capacity 

but did reduce the standard deviation. With the reduction in edge distance of bolts in the column 

and larger diameter bolts used, the tendency for splitting increased greatly, but the use of the 

reinforcing long screws were very effective in reducing this tendency. The decrease in edge 

distance from 94.5 mm to 49.5 mm also increased the ultimate moment capacity by a factor of 

1.35 to 1.38. The decrease edge distance also had lower rotation values even though the ultimate 

capacity was increased which would not have been achieved without the use of the long screws to 

prevent premature splitting. 
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(a) (b) 

Figure 2.1. Layout for connection configuration B-CR: (a) bolt layout; (b) STS layout (Gehloff 

et al., 2010). 

 

Figure 2.2. Typical failure of a bolted connection with STS (Gehloff et al., 2010) 
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The use of long threaded and large diameter self-tapping screws can be difficult to install, 

therefore; Wang et al. (2015) used locally cross-laminated glulam instead of long threaded screws 

to increase the moment capacity. The glulam and steel plates were the same size as Gehloff et al. 

(2010) and tested in the same configuration. The tests compared normal glulam, glulam with self-

tapping screws, and locally cross-laminated glulam bolted connections. The glulam with self-

tapping screws failed similar to the unreinforced glulam by splitting with a shear plug, just at 

higher load and rotation as shown in Figure 2.3(a) reinforced with self-tapping screws and 2.3(b) 

unreinforced. The locally cross-laminated glulam exhibited superior deformability as well with no 

substantial load drop. There was a large amount of bearing deformation in the bolt holes, but no 

tensile splitting was observed in the outer laminas as shown in Figure 2.3(c). 

(a)  (b)  (c) 

Figure 2.3. Failure modes of bolted glulam beam-to-column connections: (a) failure mode of 

unreinforced glulam; (b) failure mode of STS reinforced glulam; (c) failure mode of locally 

cross-laminated glulam (Wang et al., 2015). 

Table 2.1 shows the average yielding and maximum moments with their corresponding rotations 

for each connection configuration. The self-tapping screws increased the yielding moment 

capacity by 70% while the locally cross-laminated only increased the yielding moment by 5%. The 

locally cross-laminated did have a larger gain for maximum moment by 52%, but the self-tapping 

screws were still better with a gain of 80%. Even though the self-tapping screws performed better 

than the locally cross-laminated, the prefabrication of the locally cross-laminated glulam could 

make up for savings in construction time installing the self-tapping screws. 
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Table 2.1. Results of bolted glulam beam-to-column test configurations (Wang et al., 2015) 

Connection 

configuration 

Yielding moment 

(kN.m) 

Maximum moment 

(kN.m) 

Yielding 

rotation (°) 

Maximum 

rotation (°) 

Unreinforced 33.9 38.4 5.9 10.4 

Self-tapping screws 57.8 69.3 8.2 27.3 

Locally cross-laminated 35.6 58.3 6.1 21.1 

 

Closen and Lam (2012) used tension and compression plates attached with self-tapping screws 

inclined at 30 degrees as the primary fastener instead of bolts to increase the moment capacity. 

The glulam was of the same type and size and tested in the same configuration as the tests 

performed by Gehloff et al. (2010). The steel shoes were also made of 9.5 mm thick steel similar 

to Gehloff et al. (2010). The general test layout and testing equipment are shown in Figure 2.4.  

 

Figure 2.4. General test layout and testing equipment for self-tapping screw fastening beam-to-

column connection (Closen & Lam, 2012) 

 

The average ultimate moment resisting capacity exceeded the design moment capacity of the 

glulam section by a factor of 2. The main failure modes were tension fracture and withdrawal of 

screws as shown in Figure 2.5. Even though the connection had a high moment capacity, the 



 

   

10 
 

ductility of the connection was relatively low. By changing the details of the steel shoe one could 

design the connection to promote steel shoe to yield instead of failing with the screws. 

(a) (b) 

(c) 

Figure 2.5. Failure modes of self-tapping screw fastening beam-to-column connection: (a) 

disassembled ZD-plate with compression screws bending and tension screws fractured removed 

from beam section; (b) disassembled ZD-plate with compression screws bending and tension 

screws fractured attached to beam section; (c) Screw withdrawal in bottom member (Closen and 

Lam, 2012). 

While several researchers focused on the interaction between wood members and steel connectors, 

such as plates, bolts, and screws, other researchers have focused on developing novel connections 

to promote ductile failure modes. In experimental studies conducted by Andreolli et al. (2011) 
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(Tomasi et al., 2008), a unique connection configuration that focused on providing deformation 

capability and energy dissipation in the steel components of the connection to limit brittle failure 

in the wood was developed as shown in Figure 2.6. It has been found that the connections could 

be designed to behave in a semi-rigid fashion without a reduction in its moment-resisting capacity 

and that it could be designed to yield in the steel components before any failure occurred in the 

wood section. The versatility of the connection configuration and potential for prefabricating most 

of the components highlighted the need to conduct further experiments on the connection in the 

context of a full-frame assembly. 

 

Figure 2.6. End-plate joint in the steel-timber structure (Tomasi et al., 2008) 

Similar conclusions were drawn by Humbert et al. (2014) during their experimental study on the 

mechanical behaviour of post and beam joints secured with metal fasteners. In their study, they 

found that although the connection capacity could be increased by increasing the stiffness in the 

connection steel components, this resulted in brittle failure modes in the wood section before the 

steel yielded in plastic failure as shown in Figure 2.7. A steel cross plate (+) was inserted into the 

end of 180 mm x 180 mm Japanese larch glulam posts. The plates that were 6 mm thick had 

deformation in the steel while the 8 mm thick plates, although did increase moment resistance, had 

the wood section split. This requires good optimization of the connection design to increase the 

thickness and stiffness of the steel connecting components enough to just provide sufficient 

moment resistance without promoting the formation of brittle failure in the wood section before 

failure occurs in the steel components. 
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Figure 2.7. Post base joint with concealed connector (Humbert et al., 2014) 

2.3 Embedded Rod Connections 

Glued-in threaded steel rods have been in use and experimentally tested in timber connections 

since the late 1980s, but there are no consistent design procedures for their application (Barillas, 

2014; Fragiacomo and Batchelar, 2012). Some design approaches and code models have been 

published; however, there are some discrepancies and even partial contradictions between the 

different models (Steiger et al., 2006). Experimental work has shown that threaded steel rods 

inserted into wood can provide the connection with a certain degree of ductility, preventing brittle 

failures from developing in the wood section (Tomasi et al., 2008). As these connections are 

composed of several materials, they are considered a hybrid connection. The interaction between 

wood, adhesive, and metal introduces several variables that need to be considered, which have 

made it difficult to predict the connectionôs failure mode (Oh, 2016). Factors that have been found 

to affect the connection strength are the rod embedment length, the size of the hole compared to 

the rod diameter, the type of adhesive used, and the species of wood (Hunger et al., 2016; Steiger 

et al., 2006). 

Steel rods can be epoxied into one member and secured with a nut and washer to the other member, 

or the same rod can be glued into two separate members making a permanent connection 

(Fragiacomo and Batchelar, 2012). A critical issue with connections composed of steel rods glued 

in both members is that the connection has to be made on site, which has been shown to carry a 

high risk of being improperly bonded since the effectiveness of the grouting operation cannot be 

visually checked (Batchelar & McIntosh, 1998). Therefore, it is highly recommended that the 
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gluing process be done in a controlled environment where skilled workers can check their work 

and ensure a proper bond. 

Steiger et al. (2006) completed a glued-in rod tension testing program using a variety of parameters 

to try and find some consistency between all of the parameters. Norway spruce glulam was used 

consisting of low and high density samples. Three different rod diameters; M12, M16, and M20; 

were selected using a class 8.8 steel rod to promote a timber shear failure rather than a steel yielding 

failure. Each rod diameter had four different rod embedment lengths as well in relation to the 

timber and steel, and their corresponding area and modulus of elasticity to give the joints an 

optimal performance. The results of all of the tests are presented in Figure 2.8. 

 

Figure 2.8. Ultimate tension loads for single glued in rod tests (Steiger et al., 2006) 

The smallest rod diameter had the smallest standard deviations and the highest load transfer 

between the wood and steel, while the largest rod diameter had the largest standard deviations and 

the lowest load transfer between the wood and steel. The density of the wood clearly shows that 

the high density wood has a higher pull-out resistance compared to the low density wood. Even 

though the largest rod diameter and embedment length gave the strongest connection, preference 
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should be given to the smaller rod diameter since it has the highest load transfer as shown in Table 

2.2. 

Table 2.2. Mean ultimate tensile strength and stress of tension assemblies (adopted from Steiger 

et al., 2006) 

Rods M12 M16 M20 

Mean Fu,mean (kN) 43.8 77.2 110 

ůt,0 (N/mm2) 14.5 13.7 12.2 
 

Hunger et al. (2016) completed a tension testing program as well, similar to Steiger et al. (2006), 

but with different parameters. The cross-sections were consistent at 120 mm x 120 mm, the steel 

rod was M12 and embedded at an anchorage depth of 90 mm. The timber tested was Norway 

spruce glulam and LVL, European ash and European beech glulam, and European beech LVL. 

The two types of adhesives tested were a two-component epoxy resin and a two-component 

polyurethane casting resin. The results of the ultimate load versus ductility are shown in Figure 

2.9. The higher modulus of rigidity of the hardwoods led to higher shear stress in the timber when 

compared to the softwood Norway spruce. This also led to higher ductility values for the hardwood 

glulams. There was no noticeable difference between the types of adhesives used. The beech 

glulam showed higher strength values than the LVL, while the Norway spruce showed no 

noticeable differences. 

 

Figure 2.9. Ultimate load versus ductility for glulam and LVL glued in rod tension tests (Hunger 

et al., 2016) 
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An extensive study was done by Oh (2016) at UBC testing glued-in rod moment resisting 

connections. Douglas fir glulam beams were used with 12.7 mm diameter mild steel rods glued in 

using polyurethane based adhesives. Multiple rod layouts were tested to determine its effect on the 

connections moment capacity. It was found that ductile failure in the steel rods is achieved when 

the shear force induced into the connection is less than 25% of the axial rod strength. Multiple 

failure modes to be observed include splitting of the wood, shear failure in the glue line, rod pull-

out, group tear out for multiple glued-in rods, and tensile failure of the timber at the end of the rod. 

Recommendations have been suggested to prevent each brittle failure mode and promote the 

ductile failure mode. 

To prevent wood splitting and group tear-out, the most stringent recommendation comes from the 

German regulation (DIN 1052:2004-08). It is recommended that an edge distance of two and a 

half times the rod diameter and a bar spacing of five times the bar diameter be used (Oh, 2016). 

Another measure to prevent wood splitting is the use of self-tapping screws as previously explored 

in section 2.2. To prevent rod pull-out failures and shear failure within the glue line, the glued-in 

rod connection should be designed so that the capacity of those failures is greater than the capacity 

of all other failure modes. One way to ensure adequate capacity of rod pull-out failure is to ensure 

sufficient embedment length and rod diameter which will increase the surface area resisting shear 

along the adhesive timber interface. The problem with that solution though is that the relationship 

between the pull -out strength of the rods and their embedment length in complex and challenging 

to define as discussed earlier by Steiger et al. (2006). The pull-out capacity increases with 

embedment length, but at a certain point, the increase in capacity reduces significantly, indicating 

a non-linear relationship between the capacity and embedment length. To prevent shear 

concentration at the end of the glued-in rods it is recommended that the steel rod and timber 

member have a similar tensile stiffness for a smooth load transfer as discussed earlier by Steiger 

et al. (2006). To ensure a ductile failure in the steel rods it is recommended that mild steel be used 

with a smaller diameter as opposed to high strength steel rods with a larger diameter. This 

recommendation will promote the yielding of the steel rods providing a more ductile and 

predictable failure. Figure 2.10 and Table 2.3 show the specimen layouts that were tested following 

these recommendations. Table 2.4 shows the results of the monotonic testing of those connections. 
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Figure 2.10. Layouts of glued-in rod moment resisting connections: (a) A1; (b) B2; (c) C3; (d) 

D2; (e) D4 (Oh, 2016). 

 

Table 2.3. Specimen layouts of glued-in rod moment resisting connections (Oh, 2016) 
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Table 2.4. Results of glued-in rod moment resisting monotonic testing (Oh, 2016) 
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As predicted from the recommendations, all of the tests with the shorter embedment length 

experienced rod pull-out, while the tests with the longer embedment length mainly experienced 

tension failure in the steel. Figure 2.11 shows the ductile failures that were observed by every 

configuration with the longer embedment length. 

 

Figure 2.11. Ductile failures of glued-in rod moment connections: (a) A1(a); (b) B2(a); (c) 

C3(a); (d) D2(a); (e) D4(a) (Oh, 2016). 
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Figure 2.12 shows the brittle splitting failures that occurred for two of the tests. Even though they 

were not common, it shows how unpredictable timber can be when using this hybrid connection 

of steel, wood, and glue. 

 

Figure 2.12. Brittle splitting failures of glued-in rod moment connections: (a) B2(a)-1(2); (b) 

D2(a)-1(2) (Oh, 2016). 

2.4 Fire Performance of Timber Connections 

Most guidelines in North America for fire design are prescriptive; however, the general trend has 

been to adopt a performance-based methodology for structural fire design (Hadjisophocleous and 

Benichou, 1999; Barber, 2017). The trend has been supported by extensive testing of individual 

components, sub-assemblies, assemblies, and even entire structures. However, the focus of the fire 

safety field has predominantly been on steel and concrete components, not glulam or other timber 

products (Bisby et al., 2013). Specifically, there is almost no available literature on the fire 

behaviour of heavy-timber moment-resisting connections either as individual components or as 

part of a structural frame. Primarily, the focus has been on axially loaded connections (Racher et 

al., 2010), under compressive or tensile loading, parallel to the grain (Peng. et al., 2010) or 

perpendicular to the grain (Audebert et al., 2012). At elevated temperatures, the studies showed 

that timber connections either fail due to brittle failure modes in the wood, such as hole elongation, 

splitting, row shear-out, crushing or due to ductile failure modes caused by yielding in the steel 

components at elevated temperatures. 
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A study was done on the structural fire performance of wood-steel-wood bolted connections with 

and without perpendicular-to-wood grain reinforcement by Petrycki and Salem (2019) using the 

same type and cross-section of glulam presented in this thesis. The connection had a slotted cut to 

accommodate a T-stub steel connector and was connected with bolts forming a wood-steel-wood 

concealed glulam beam connection as shown in Figure 2.13(a). There were also long screws placed 

in between the bolt rows for half of the connections tested to try and increase the connections fire 

resistance time. The long screws prevented the connection from splitting and added on average 2 

minutes of fire resistance time, but the metal bolts still charred the holes at an accelerated rate 

causing the holes to become elongated as shown in Figure 2.13(b). The connection was subjected 

to similar design loads as the connection presented in this thesis, but the strongest connection was 

only able to achieve 19 minutes till  failure in standard fire condition. 

(a) (b) 

Figure 2.13. Bolted moment resisting connection reinforced with self-tapping screws exposed to 

fire: (a) bolted connection configuration with self-tapping screws; (b) connection after fire with 

char layer removed (Petrycki & Salem, 2019). 

The use of embedded rods has the advantage of being superior in fire performance compared to 

other connections because the steel components are completely concealed inside the wood section. 

Even a connection where only a slight portion of the steel rod is exposed still has a considerably 

high charring rate because steel components quickly conduct heat into the connection (Barber, 

2017). One setback though is that issues with epoxy at elevated temperatures still need to be further 

investigated. A study done by Di Maria et al. (2017) shows that epoxy deteriorates at elevated 

temperatures as shown in Figure 2.15, and thus, the connection can easily fail when the temperature 

reaches only 40 to 60°C in the epoxy. An epoxy resin with two different viscosities was used for 
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testing a single steel rod under tension in the end of spruce glulam and solid sawn Douglas fir. 

Half the shear strength at ambient temperature testing was chosen as the design load for the 

elevated temperature testing. Figure 2.14 shows the connections failing at temperatures between 

40 and 60°C in the epoxy for the two different viscosities. 

 

Figure 2.14. Shear strength versus temperature of tension connections at ambient and elevated 

temperatures (Di Maria et al., 2017) 
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Figure 2.15. Crumbling effect of epoxy resin after being exposed to elevated temperatures (Di 

Maria et al., 2017)

2.5 Summary 

Section 2.2 shows that there have been many attempts to create a moment resisting timber 

connection that is strong yet ductile using a variety of configurations, additions, and completely 

innovative solutions. The problem with such connections is that even though they are strong and 

ductile, there is little research in regard to their fire performance. Section 2.3 shows moment 

resisting connections that utilize embedded glued-in steel rods. The connections can provide great 

strength with the possibility of a ductile failure. The glued-in rod connections flaw is that it must 

be assembled in the factory under controlled conditions to ensure a quality bond with the glue and 

is therefore not recommended for assembly in situ. Section 2.4 shows that connections with any 

exposed steel have poor fire performance due to the steel conducting the heat into the connection 

and char the wood at an accelerated rate. The concealed glued-in rod connection also needs more 

research as the deterioration of the epoxy at elevated temperatures is not fully understood. A 

practical solution to the epoxy problem at elevated temperatures is to mechanically fasten the steel 

rods instead. The fastening can be done by cutting a small hole in one side of the beam section to 

meet the end of the rod, then a nut and washer can be utilized to mechanically fasten the steel rod. 

Once the beam is connected, a small wood plug can be glued into the hole, covering the nut and 

washer, which will provide a fully concealed connection just like the bonded-in rod connection. 

Such a connection can be easily assembled in the field as well, which eliminates the risk of bond 

failure of the glued-in rods done in the field. 
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Chapter 3 Rod Pull-out Experimental Testing 

3.1 Introduction  

Thirty-seven full-size test assemblies were examined in the preliminary experimental study 

presented in this chapter. Nine configurations were used for the embedded rod in glulam 

connections with each configuration tested four times (A, B, C, D). The 37th connection assembly 

was tested using the strongest configuration and a weaker steel rod to prove that the wood can 

cause the steel rod to fail due to yielding. Using the collected load-displacement data, the 

connectionsô strength and stiffness were determined, and failure modes were observed and 

documented. 

3.1.1 Materials 

3.1.1.1 Glulam sections 

The glulam beam sections (135 mm x 314 mm) used in all test assemblies were made of S-P-F, 

comprised of 90% black spruce (Nordic Wood Structures, 2015). A picture of the glulam beam 

cross-section is shown in Figure 3.1. The beam sections were manufactured to meet the 24F-

ES/NPG (Canadian Standards Association, 2014) stress grade with architectural appearance grade. 

The individual lamina stocks that were used to build up the beam sections measured approximately 

25 mm x 50 mm. The lamina stocks were finger jointed at their ends and glued together in 

horizontal and vertical layers. Since the laminas are glued along their faces and edges, and the 

beam section has a homogeneous layup, the strength properties are the same along the cross-

section regardless of orientation. With the laminas being of the same quality throughout the beam 

cross-section the strength properties of the beam section are the same no matter where the rods of 

the connection are placed. The principle mechanical design properties of the glulam sections are 

listed in Table 3.1. 
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Figure 3.1. 135 mm x 314 mm glulam beam cross-section 

Table 3.1. Mechanical properties of glulam sections (Nordic Wood Structures, 2015) 

Property Unit (MPa) 

Bending moment, fb 30.7 

Longitudinal shear, fv 2.5 

Compression perpendicular to grain, fcp 7.5 

Compression parallel to grain, fc 33.0 

Tension parallel to grain, f t 20.4 

Tension perpendicular to grain, f tp 0.51 

Modulus of elasticity, E 13100 

 

3.1.1.2 Threaded rods 

The threaded rods used for all test assemblies had a nominal diameter of 19.05 mm (3/4"), and 

original length of 910 mm. The steel rods were of two different stress grades to guarantee the 

connection failure to occur in the wood section, not in the steel rod: SAE J429-Grade 5 and Class 

10.9. Using a horizontal band saw the rods were cut to the desired lengths to allow the required 

rod embedment lengths into the glulam section. Any remaining cut-off lengths of the steel rods 

were utilized as tension coupons to confirm the stress grade of the rods. 
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3.1.1.3 Washers 

The washers used for all test assemblies were fabricated from steel flat bar with a stress grade of 

300W, as specified by CSA G40.20-04/G40.21-13 (Canadian Standards Association, 2013). Three 

different washer sizes were fabricated: 38.1 mm x 38.1 mm (1.5ò x 1.5ò); 50.8 mm x 50.8 mm 

(2.0ò x 2.0ò) and 63.5 mm x 63.5 mm (2.5ò x 2.5ò). The washers were cut to rough length with a 

horizontal band saw, and then they were trimmed to final dimensions using a milling machine. A 

19.05-mm (3/4") diameter hole was drilled at the centre of each washer. Also, two different 

thicknesses, 8.0 mm and 12.7 mm were used for the different washers. 

3.1.2 Test assembly details and fabrication process 

Nine different configurations of threaded rod in glulam beam connections were tested with each 

configuration tested four times (A, B, C, D). The matrix of the test configurations is shown in 

Table 3.2. The four configurations of the weaker test assemblies were: a rod embedment length of 

150 mm with a 38.1 mm (1.5ò) square washer; a rod embedment length of 150 mm with a 50.8 

mm (2.0ò) square washer; a rod embedment length of 200 mm with a 38.1 mm (1.5ò) square 

washer; and a rod embedment length of 200 mm with a 50.8 mm (2.0ò) square washer. Three 

replicates of each connection configuration were tested with the SAE J429-Grade 5 steel rods and 

the 8-mm thick washers. Also, each connection configuration was tested an additional time with 

the Class 10.9 steel rod and the 12.7-mm thick washers to ensure that the connection failure 

occurred in the wood section. 

The five configurations of the stronger test assemblies were: a rod embedment length of 150 mm 

with a 63.5 mm  (2.5ò) square washer; a rod embedment length of 200 mm with a 63.5 mm (2.5ò)  

square washer; a rod embedment length of 250 mm with a 38.1 mm (1.5ò)  square washer; a rod 

embedment length of 250 mm with a 50.8 mm (2.0ò)  square washer; and a rod embedment length 

of 250 mm with a 63.5 mm (2.5ò) square washer. Four replicates of each of these five 

configurations were tested with the Class 10.9 steel rods and the 12.7-mm thick washers. The 

connection configuration with rod embedment length of 250 mm and a 50.8 mm (2.0ò) square 

washer was tested an additional time with a grade 2 steel rod and a 12.7-mm thick washer to prove 

that with an understanding of the wood sections strength a weaker steel rod can be selected to 

cause the rod to fail due to yielding with little to no damage to the wood section as shown in section 

3.6. 
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Table 3.2. Threaded rod in glulam sections tests matrix 

Test configuration ID Test Replicates 
Rod embedment length 

(mm) 

Washer size 

(mm) 

Test 150-1.5 4 150 38.1 

Test 150-2.0 4 150 50.8 

Test 150-2.5 4 150 63.5 

Test 200-1.5 4 200 38.1 

Test 200-2.0 4 200 50.8 

Test 200-2.5 4 200 63.5 

Test 250-1.5 4 250 38.1 

Test 250-2.0 5 250 50.8 

Test 250-2.5 4 250 63.5 

Notes: For the test configuration ID; 150, 200, and 250 are the rod embedment lengths in (mm); 

1.5, 2.0, and 2.5 are the square washer size in (inches). 

 

The glulam beam sections with an embedment length of 150 mm were cut to a minimum length of 

450 mm, while the beam sections with an embedment length of 200 mm were cut to a minimum 

length of 500 mm, and the beam sections with an embedment length of 250 mm were cut to a 

minimum length of 550 mm using a horizontal band saw. The length of each beam section ensured 

that there was enough space separating the connection end to be tested from the end where the 

tension attachment would be which would keep the failure contained in the tested connection end. 

A 20.6-mm (13/16ò) diameter hole was then drilled at the centre of one of the ends of the beam 

section to the required embedment length using a precise portable drilling station. Every beam 

section had a line marked perpendicular to the wood grain at the required embedment length, and 

a line marked parallel to the wood grain down the centre of the widest face. A little rectangle was 

marked directly below the embedment length line and vertically centred on the beamôs front face. 

Rectangles measured 41.3 mm (1 5/8ò) wide for the 38.1 mm (1.5ò) washer, 54.0 mm (2 1/8ò) 

wide for the 50.8 mm (2.0ò) washer, and 66.7 mm (2 5/8ò) wide for the 63.5 mm (2.5ò)  washer 

with all measuring 30-mm high were marked on the beamôs front face to accommodate the washer 

and nut thicknesses. All rectangles were then carved out into a rectangular prism using wood 

chisels to a depth where the centre of the washer hole would line up with the centre of the hole 

made through the end of the beam section. The depth of the hole chiselled out was approximately 

88 mm for the 38.1 mm (1.5ò) washer, 94 mm for the 50.8 mm (2.0ò) washer, and 100 mm for the 

63.5 mm (2.5ò) washer. The opposite end of the beam section had six 20.6-mm (13/16ò) holes 

drilled on the beamôs front face to match the holes in the tension steel attachment fabricated to 
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support the test assembly in the Universal Testing Machine (UTM) which was utilized to apply 

the tensile forces. The design of the tension attachment had at least doubled the expected maximum 

load of the strongest connection; therefore, there should be no noticeable deformation or slippage 

in the bolts for the bottom half of the beam section. An example of a prepared beam section is 

shown in Figure 3.2(a), and the tension steel attachment used in experiments is shown in Figure 

3.2(b). 

   (a)             (b)               

Figure 3.2. Components of a general test assembly: (a) prepared beam section; (b) tension steel 

attachment. 

3.1.3 Test assembly design 

The purpose of this preliminary study as part of the research project was to experimentally 

determine the maximum strength of the glulam section itself when it fails in the threaded-rod-in-

glulam-beam connection configuration; therefore a sufficient strong threaded steel rod and thick 

washer were selected for each respective connection configuration to ensure that the failure would 

happen in the wood section and not in any of the steel connecting components. The final test was 

the only exception as a grade 2 steel rod was utilized in the connection configuration with a rod 

embedment length of 250 mm and a washer size of 50.8 mm (2.0ò) to prove that the utilized glulam 

section was strong enough to make a lower grade steel rod yields without any damage to the wood 

section as shown in section 3.6. The anticipated failure of the glulam beam section was rod pull-

out, similar to the failure in the case of glued-in rods connections. Since there was no clause for 
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glued in rods or rod pull-out parallel to the grain in the CSA O86-19 Engineering design in wood 

(Canadian Standards Association, 2014) or guidelines in the current version of the Canadian Wood 

Design Manual (Canadian Wood Council, 2018), a simple shear equation was adapted to fit the 

parameters of this connection. Similar to the failure of a glued-in threaded rod pull-out, the strength 

of the connection is in the area of wood to be sheared. The glued-in threaded rod area to be sheared 

is the circumference of the rod multiplied by the embedment length (Muciaccia, 2017). The area 

to be sheared by the mechanically fastened rod is the perimeter of the square washer multiplied by 

the rod embedment length. 

According to Clause 12.2.1 in the CSA O86-14 standard (Canadian Standards Association, 2014), 

all connection design formulas must consider certain modification reduction factors (K factors) to 

accurately predict their true strength values. These K factors include the load duration factor, KD, 

the service condition factor, KS, and the treatment factor, KT. The glulam beam sections were 

tested under short duration loading till failure (less than seven days), therefore, the load duration 

factor, KD, equals 1.15 as per Clause 12.2.1.6 in the CSA O86-14 standard (Canadian Standards 

Association, 2014). The beam sections were under dry service condition and were untreated; 

therefore, the service condition factor, KS, and the treatment factor, KT, both equal 1.0 as per 

Clause 12.2.1.5 and Clause 12.2.1.7, respectively. 

The specified shear strength for the glulam beam section, fv, equals 2.5 MPa according to a 

technical note published by Nordic Structures (Nordic Wood Structures, 2015). Combining all 

these values gives Equation 1, as shown below. 

Equation 3.1 Rod pull-out failure formula: 

02  Æ + +  +  Ð Ì          Eqn. (3.1) 

Where; PR = Pull-out resistance of threaded rod in glulam section (N), fv = specified shear strength 

(MPa), KD = load duration factor, KSv = service condition factor for shear, KT = treatment factor, 

p = washer perimeter (mm), and l = rod embedment length (mm) 

Using Equation 3.1, the expected ultimate pull-out strength values were calculated as shown in 

Table 3.3. For the first half of the weaker experiments, the maximum expected pull-out tensile 

force of the glulam beam section for the strongest connection configuration was 116.8 kN, while 

the tested yielding tensile force resisted by the grade 5 threaded steel rod was 150 kN; therefore, 

all failures should occur in the wood section, not in any of the steel connectors. 
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For the second half of the stronger experiments, the maximum expected pull-out tensile force of 

the glulam beam section for the strongest configuration was 182.6 kN, while the tested yielding 

stress of the class 10.9 threaded steel rod was 960 MPa. When the stress is multiplied by the rod 

cross-sectional area, the yield tensile force was calculated at 200 kN; therefore, all failures should 

be wood failures, not steel failures. 

Table 3.3. Threaded rod in glulam section tests expected tensile force 

Test 

configuration 

ID 

Test 

Replicates 

Rod 

embedment 

length 

(mm) 

Washer 

size 

(mm) 

Expected tensile 

force 

(kN) 

Test 150-1.5 4 150 38.1 65.7 

Test 150-2.0 4 150 50.8 87.6 

Test 150-2.5 4 150 63.5 109.5 

Test 200-1.5 4 200 38.1 87.6 

Test 200-2.0 4 200 50.8 116.8 

Test 200-2.5 4 200 63.5 146.1 

Test 250-1.5 4 250 38.1 109.5 

Test 250-2.0 5 250 50.8 146.1 

Test 250-2.5 4 250 63.5 182.6 

3.1.4 Tests setup 

A schematic of the test assembly is shown in Figure 3.3. The tension steel attachment for the beam 

section was placed in the bottom gripping jaws of the UTM accommodated in the Civil 

Engineeringôs Structures Laboratory at Lakehead University. A small steel plate was attached to 

the end of the beam, and an attachment for a Linear Variable Differential Transducer (LVDT) was 

secured to the side of the beam section near the end, both of which were used to help with 

measuring the displacement using two LVDTs. The glulam beam section then had the threaded 

rod inserted through the end hole and was secured using a washer and nut through the small 

rectangular hole carved out of the beam front face. The beam section was then placed on the tension 

steel attachment and secured using six A325M bolts, while the threaded rod was slipped up into 

the top assembly of the UTM. The top assembly used gripping jaws for the tests using the 600 mm 

grade 5 rod, and a fixed assembly for the tests using the 750 mm class 10.9 rods. Both jaws were 

drawn tight for the 600 mm rod, and just the bottom jaws were drawn tight for the 750 mm rod, 

while a minimal initial load was applied to the test assembly to secure the machine jaws. 
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Figure 3.3. Tension assembly diagram 

One draw-wire displacement transducer was attached to the UTM head block and the stationary 

block to measure the displacements of the entire system: including possible slippage in the top and 

bottom sets of jaws, as shown in Figure 3.4(a). The two installed LVDTs were attached at the top 

end of the beam section, as shown in Figure 3.4(b); one was attached to a metal pole next to the 

small plate to measure the displacement between the pole and the small plate; while the other was 

attached to the side of the glulam section to measure the displacement between the beam section 

and the UTM head block. Both were measuring the displacement between the beam section and 

the UTM head block, therefore, the obtained results from both LVDTs shall be the same. It is 

important to mention that the measurements of the two LVDTs accounted for the displacements 
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of the beam section and any potential slippage of the machineôs top jaws. Once the displacement 

measuring instruments were in place and zeroed, the initially applied load was recorded, then the 

test assembly was loaded at a rate of 8.0 kN per minute. The slow rate of loading was chosen to 

prevent premature brittle failure that might be caused from loading too fast. Also, the loading rate 

of force per time versus displacement per time was chosen due to the same preventative measure 

of not loading too quickly. The test was terminated when the glulam beam section developed a 

wood failure with no additional load gain. The full test setup with the top gripping jaws is shown 

in Figure 3.4(c). The fixed top assembly used is shown in Figure 3.4(d). 

 

 

 (a)  (b) 
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 (c)  (d) 
                                                                 

Figure 3.4. Full test setup of a general tension test assembly: (a) Draw-wire displacement 

transducer; (b) Two LVDTs installed; (c) Test setup of a general assembly; (d) Fixed top 

assembly. 

3.2 Experimental Results and Discussion 

The measurements of the two LVDTs were nearly identical, which confirmed the displacement 

between the UTM head block and the glulam beam section, as well as any potential slippage that 

might developed in the top assembly. However, the draw-wire displacement transducer showed an 

increase in displacements by an average of 3.0 mm and up to 5.0 mm compared to the two LVDTsô 

measurements, which indicate that there was a slight slippage in the bottom jaws. There was no 

noticeable deformation in the six bolts of the bottom connection and the bolts where tightly fitted 

into the tension assembly; therefore, the slight slippage in the bottom half of the assembly was not 

caused by slippage in the six bolts. Also, when the 600-mm long rod was removed from the top 

jaws, the threads were bent in the direction of the pulling jaws, which confirms that there was 

slight slippage in the top jaws as well. Accordingly, the results showed slightly more displacements 

occurred in the pull-out of the rod than what it should be. However, the exact slippage cannot be 

proven, therefore, the obtained displacement measurements are more on the conservative side. 

When the 750 mm rods were used with the fixed top assembly, there was no slippage noticed. The 
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extra tests done on the first four assemblies with the 750 mm rod and fixed top assembly show an 

enhanced stiffness since there was no slippage when compared to the 600 mm rod and gripping 

top jaws. A summary of the maximum load sustained is shown in Table 3.4 below. 

Table 3.4. Maximum load results of all test replicates, A through D 

Test 

configuration ID 

Expected load 

(kN) 

Test A load 

(kN) 

Test B load 

(kN) 

Test C load 

(kN) 

Test D load 

(kN) 

150-1.5 65.7 66.6 64.5 67.5 82.2 

150-2.0 87.6 75.6 93.8 73.5 67.9 

150-2.5 109.5 69.7 76.4 82.3 90.1 

200-1.5 87.6 80.3 74.6 67.6 65.0 

200-2.0 116.8 114.6 105.0 109.5 83.7 

200-2.5 146.1 142.0 115.6 101.8 132.4 

250-1.5 109.5 76.9 79.0 80.5 87.3 

250-2.0 146.1 138.0 146.3 135.4 133.9 

250-2.5 182.6 217.9 136.9 127.9 125.8 
 

The failure modes of every test are presented in Table 3.5 below. The short forms for each failure 

are: rod pull-out (RPO), wood crushing (WC), and splitting (S). For the tests that had two failures, 

the first one listed is the first one observed. 

 

Table 3.5. Failure mode of all test replicates, A through D 

Test 

configuration 

ID 

Test A 

load 

(kN) 

Failure 

mode A 

Test B 

load 

(kN) 

Failure 

mode B 

Test C 

load 

(kN) 

Failure 

mode C 

Test D 

load 

(kN) 

Failure 

mode D 

150-1.5 66.6 RPO 64.5 RPO 67.5 WC:RPO 82.2 RPO 

150-2.0 75.6 S:RPO 93.8 S:RPO 73.5 S:RPO 67.9 S:RPO 

150-2.5 69.7 S:RPO 76.4 S:RPO 82.3 S:RPO 90.1 S:RPO 

200-1.5 80.3 WC:RPO 74.6 WC:RPO 67.6 WC:RPO 65.0 WC:RPO 

200-2.0 114.6 RPO:S 105.0 RPO:S 109.5 RPO:S 83.7 S:RPO 

200-2.5 142.0 RPO:S 115.6 S:RPO 101.8 S:RPO 132.4 S:RPO 

250-1.5 76.9 WC:S 79.0 WC:S 80.5 WC:S 87.3 WC:RPO 

250-2.0 138.0 WC:RPO 146.3 RPO 135.4 RPO:S 133.9 WC:RPO 

250-2.5 217.9 RPO:S 136.9 S:RPO 127.9 S:RPO 125.8 S:RPO 
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3.2.1 Failure modes 

The desirable failure mode was rod pull-out as shown in Figure 3.5. In Figure 3.5(a), the failure 

was a rod pull-out of a square area of a similar size of the utilized washer. In Figure 3.5(b), the 

failure was similar to that shown in Figure 3.5(a) except that instead of shearing along the fourth 

side of the washer closest to the small hole, the wood surrounding the rod sheared along the three 

walls of the small hole that was chiselled out. In Figure 3.5(c), the failure was similar to that shown 

in Figure 3.5(b), except that one or two 45-degree cracks also formed on the end surface at 

approximately where the washer corners were. 

 (a) 

 (c) 

(b)

 

Figure 3.5. Rod pull-out failures: (a) Rod pull-out shearing along washer edges; (b) Rod pull-out 

shearing along carved out hole edges; (c) Rod pull-out shearing along carved out hole edges with 

45 degree crack. 
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As shown in Figure 3.6(a), Test 200-2.0 had a rod pull-out failure with partial wood splitting. The 

rod pull-out failure occurred like that shown in Figure 3.6(c); in addition, the beam section had a 

clear split down the middle on the back side of the small hole, which did not form until the end, 

during the last 5.0 kN before rod pull-out failure. The connection configurations of Test 200-2.0 

were strong enough to cause the 8.0-mm washer to yield slightly, as shown in Figure 3.6(b). Since 

most of the yielding occurred at the corners of the washer, therefore it can be assumed that more 

stresses happened at the corners to cause the 45-degree cracks to form at the end of the beam 

section. For the additional test and all other stronger connection configurations, the 8.0-mm thick 

washer was replaced with a 12.7-mm thick washer. 

 

 (a)        (b)              

 

Figure 3.6. Failure mode of Test 200-2.0 replicates: (a) Rod pull-out shearing along carved out 

hole with 45-degree cracks and beam splitting; (b) Yielded 8-mm thick washer. 

As shown in Figure 3.7(a), the first replicate of Test 250-2.5 had a rod pull-out failure with a split 

happening at the back of the connection simultaneously. Also, the wood section showed no 

noticeable cracks or damage until the very end when the connection sheared. The test replicate A 

was strong enough to cause the washer to yield slightly, as shown in Figure 3.7(b). The strength 

of this replicate of Test 250-2.5 went well beyond the maximum expected load and only happened 

once; therefore, the same washer type was used for the other tests. 
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 (a)       (b) 

              

Figure 3.7. Failure mode of the first replicate of Test 250-2.5: (a) Rod pull-out failure; (b) 

Yielded 12.7-mm thick washer. 

The next desirable failure mode was wood crushing as shown in Figure 3.8. The wood crushing 

failure happens first and can displace into the wood section a large amount, e.g., 50 mm, as shown 

in Figure 3.8(a). The final failure of the beam section after the wood was done crushing was either 

wood splitting failure as shown in Figure 3.8(b), or rod pull-out failure as shown in Figure 3.8(c). 

(a)    (b)       (c) 

                         

Figure 3.8. Wood crushing failure with associated failures at the end of the tests: (a) Wood 

crushing failure; (b) Wood splitting failure; (c) Rod pull-out failure. 

The final failure mode experienced was wood splitting as shown in Figure 3.9. The wood would 

either partially or fully split in half first, as shown in Figure 3.9(a). Next, the wood would 

experience a rod pull-out failure, as shown in Figure 3.9(b). In some specimens, the two failures 
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would happen simultaneously, but usually, the wood would split first then the test specimen would 

experience rod pull-out failure. 

 (a)    (b) 

                 

Figure 3.9. Wood splitting failure: (a) Wood splitting before final failure; (b) Rod pull-out 

failure after wood splitting. 

3.2.2 Load-displacement relationships 

The displacements used to develop the load-displacement curves were those measured by the 

LVDT attached to the metal pole. The displacement measurements of the LVDT attached to the 

glulam section were very similar to those of the other LVDT except for the end of the test when 

the glulam section failed under rod pull-out. The sudden jerk of the rod pull-out would slightly 

move the sensor and give a higher displacement value than what the actual value should be.  

Figures 3.10 through 3.18 show the load-displacement relationships of the nine different 

connection configurations. For Figures 3.10, 3.11, 3.13, 3.14, replicates A, B, and C were tested 

using the machineôs top gripping jaws, whereas replicate D was tested using the top fixed 

assembly. Test replicate D exhibited the greatest initial stiffness, which proves that the top gripping 

jaws exhibited slippage while the top fixed assembly had no slippage. Also, Figures 3.12, 3.15-

3.17 were tested using the top fixed assembly and there graphs show the initial stiffnessôs of each 

test configuration very close proving that there was no slippage in the top fixed assembly.  
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Figure 3.10 show the load-displacement relationship for Test 150-1.5. All tests show a steady 

increase in load sustained before a sharp drop, except Test C, which follows the trend of a rod pull-

out failure. Test C experienced a few millimeters of wood crushing before experiencing the final 

rod pull-out failure. 

 

Figure 3.10. Load-displacement relationships for Test 150-1.5 connections 
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Figure 3.11 shows the load-displacement relationships of the connection configurations of Test 

200-1.5. Only test replicate A experienced sudden failure of rod pull-out, similar to the failure 

developed in the connection configurations of Test 150-1.5. The other test replicates experienced 

crushing of the wood section, similar to the failure developed in the connection replicate C of Test 

150-1.5, and at around the same failure load of 65.0 kN. Also, the wood crushing was experienced 

for much deeper in the wood section compared to the 3.0 mm experienced in the connection 

replicate C of Test 150-1.5, by up to 15.0 mm. This extended crushing is because the connection 

configuration of Test 200-1.5 has an extra 50 mm of length to hold the wood at this failure load 

before experiencing rod pull-out failure. 

 

Figure 3.11. Load-displacement relationships for Test 200-1.5 connections 
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Figure 3.12 shows the load-displacement relationships of the connection configurations of Test 

250-1.5. All four test replicates experienced crushing of the wood to some degree before 

experiencing a splitting or rod pull-out failure. These four replicates of Test 250-1.5 experienced 

wood crushing at a slightly greater load of about 70.0 kN compared to that of Test 200-1.5 

replicates. The extra 50 mm of length in Test 200-1.5 replicates helps the wood section to hold this 

crushing failure for even longer, by up to 50 mm before experiencing the final failure. 

 

Figure 3.12. Load-displacement relationships for Test 250-1.5 connections 

 

The displacement before wood crushing failure and rod pull-out failure for the three connection 

configurations using a 38.1 mm (1.5ò) wide washer were all around 5.0 mm. 

 

 

 

 

 

 

 



 

   

41 

 

Figure 3.13 shows the load-displacement relationships of the connection configurations of Test 

150-2.0. All test replicates had the wood section split partially to fully in half from the hole in the 

front to the back side before experiencing rod pull-out failure. The split happened around the last 

5.0 kN before rod pull-out failure. The split is believed to happen due to uneven bearing on one 

side of the washer causing a slight lateral force in the section, or due to the compression under the 

larger washer which disperses some of the load laterally and the short embedment length of 150 

mm wasnôt strong enough to resist the lateral tension load perpendicular to the wood grain, which 

is the wood weakest load orientation. 

 
Figure 3.13. Load-displacement relationships for Test 150-2.0 connections 

 

 

 

 

 

 



 

   

42 

 

Figure 3.14 shows the load-displacement relationships of the connection configurations of Test 

200-2.0. All four test replicates experienced very slight splitting before experiencing rod pull-out 

failure and major splitting. The first failure happened within the last 5.0 kN before rod pull-out 

failure. However, the slight drop in load during the final 5.0 kN before ultimate failure was not 

experienced for the connection configurations of Test 200-2.0 when compared to Test 150-2.0 

configurations. The longer embedment length of 50 mm extra provided enough resistance to the 

lateral tensile force acting perpendicular to the wood grain so that even though the wood was 

starting to split, there were enough fibres to hold the section together until rod pull-out failure 

developed. 

 

Figure 3.14. Load-displacement relationships for Test 200-2.0 connections 
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Figure 3.15 shows the load-displacement relationships of the connection configurations of Test 

250-2.0. Test replicates B and C experienced a sudden rod pull-out failure. However, test replicate 

D experienced slight wood crushing before having a rod pull-out failure, whereas test replicate A 

experienced a long wood crushing failure before having a rod pull-out failure. The displacement 

of test replicate A during the wood crushing failure was about 12.0 mm. 

 

Figure 3.15. Load-displacement relationships for Test 250-2.0 connections 

The displacements measured before the wood crushing failure and rod pull-out failure for the 

connection configurations using a 50.8-mm (2.0ò) wide washer and the top fixed assembly with 

the three different rod embedment lengths were all between 5.0 and 6.0 mm. 
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Figure 3.16 shows the load-displacement of the connection configurations of Test 150-2.5. All test 

replicates had the wood section split fully in half from the hole in the front to the back side before 

experiencing rod pull-out failure. The split happened at the maximum load and then rod pull-out 

failure happened shortly after. Since the split happened across the entire section, there was not 

enough area of wood to be sheared by the washer for the rod pull-out failure to gain a higher load. 

The split is believed to happen due to uneven bearing on one side of the washer causing a slight 

lateral force in the wood section. Also, the split is believed to happen due to the compression under 

the larger washer which disperses some of the load laterally and the short embedment length of 

150 mm is not strong enough to resist the lateral tension load perpendicular to the wood grain. 

 

Figure 3.16. Load-displacement relationships for Test 150-2.5 connections 
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Figure 3.17 shows the load-displacement relationships of the connection configurations of Test 

200-2.5. All test replicates experienced rod pull-out failure and splitting at the same time except 

for test replicate C which had the wood section split before experiencing rod pull-out failure. The 

connection configurations of Test 200-2.5 experienced similar wood section splitting as those of 

Test 150-2.5; however, because of the extra 50 mm of embedment length in the preceding 

configurations, the wood section was able to resist the lateral tension force developed 

perpendicular to the wood grain for longer. Similar comparison is valid for the connection 

configurations of Test 150-2.0 versus those of Test 200-2.0. 

 

Figure 3.17. Load-displacement relationships for Test 200-2.5 connections 
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Figure 3.18 shows the load-displacement of the connection configurations of Test 250-2.5. Test 

replicate A experienced rod pull-out failure, whereas test replicate B had the wood section split at 

maximum load before experiencing rod pull-out failure. While test replicates C and D had their 

sections split but were still able to sustain more load until rod pull-out failure. The connection 

configurations of Test 250-2.5 experienced splitting at a slightly higher loads than those of Test 

200-2.5 connection configurations, except for replicate A of Test 250-2.5, as the maximum loads 

obtained for the connection configurations of both test groups were in the range of 120.0 to 140.0 

kN. Also, since test replicate A of Test 250-2.5 experienced no splitting until the end, it was able 

to achieve a simultaneous rod pull-out and splitting failure which provided the highest tensile 

resistance force when compared to all other sections that experienced splitting beforehand. 

 

Figure 3.18. Load-displacement relationships for Test 250-2.5 connections 

  

The displacements measured before wood section splitting failure developed in all three 

connection configurations using a 63.5-mm (2.5ò) wide washer and the top fixed assembly were 

all between 3.0 and 5.0 mm, and about 5.0 mm before rod pull-out failure. 
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3.2.3 Maximum load comparison 

Shown in Figure 3.19 are the expected maximum and the actual maximum loads of the test 

replicates of each connection configuration grouped by washer size. The expected maximum load 

was calculated from Equation 1. Results of all test replicates are either within the expected range 

or above the expected maximum load value. Also, all test replicates that experienced pure rod pull-

out failure had their maximum load close to, or above, the maximum load value predicted from 

Equation 1, without the use of the resistance factor. Therefore, for test replicates predicting pure 

rod pull-out failure, Equation 1 fits this failure mode the best. Replicates of Test 150-1.5 and Test 

250-2.0 show the best fit for pure rod pull-out failure.  

The connection configurations with the 38.1-mm (1.5ò) wide washer experienced a longer wood 

crushing failure as embedment length increased. Connection configurations of Test 150-1.5 had 

one replicate experienced slight wood crushing failure while the rest experienced pure rod pull-

out failure. The other two configurations with the same washer size experienced mainly wood 

crushing failure which happened due to the wood under the small washer acted like a small fully 

supported column crushing. Since the 38.1-mm (1.5ò) wide washerôs bearing area is small, the 

wood under the washer behaved like a fully-supported short column and crushed before 

experiencing large enough load to experience a splitting or rod pull-out failure. As the rod 

embedment length increased, the displacement before final failure increased as well. The increase 

in displacements with embedment length suggests that the wood would crush, and thus reduces 

the area to be sheared until the strength of such area to be sheared is equal to the strength of the 

wood crushing. Therefore, the connection would fail under shear from rod pull-out until the 

increase in resistance from rod embedment length is greater than the resistance of wood crushing, 

and then the connection would fail due to wood crushing. The transition from rod pull-out to wood 

crushing failure is between the 150- and 200-mm embedment lengths. The maximum load only 

increases slightly with the increase in embedment length for the 38.1-mm (1.5ò) wide washer, 

therefore there is a strong correlation of wood crushing with washer size and a weaker correlation 

of wood crushing with embedment length. 

The connection configurations with the 50.8-mm (2.0ò) wide washer experienced wood splitting 

failure, rod pull-out failure, and wood crushing failure. Test 150-2.0 had three replicates that 

experienced wood splitting failures which are shown in between the maximum and minimum 
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expected loads. The second replicate, test B, experienced a rod pull-out failure with wood splitting 

failure and is shown slightly above the maximum expected load. Test 200-2.0 had three replicates 

that experienced rod pull-out failures which are shown to be close to the maximum expected load. 

The fourth replicate, test D, experienced a wood splitting failure and is shown in between the 

maximum and minimum expected loads. Test 250-2.0 had two replicates that experienced wood 

crushing failures, and all test replicates experienced eventual rod pull-out failures close to the 

maximum load of the wood crushing failures which are shown to be close to the maximum 

expected load. The connection configurations with the 50.8-mm (2.0ò) wide washer show the best 

spread of failure types. The wood splitting failure happens with a larger washer versus a smaller 

embedment length as shown for Test 150-2.0 replicates. The wood crushing failure happened with 

a smaller washer versus a larger embedment length as shown for Test 250-2.0 replicates. The rod 

pull-out failure happened when the washer size and embedment lengths were in a certain 

proportion to each other in between wood splitting and wood crushing failure. Results of the 

replicates of Test 200-2.0 and Test 250-2.0 showed that Equation 1 without the resistance factor 

is a reliable equation when predicting a pure rod pull-out failure. 

The connection configurations with the 63.5-mm (2.5ò) wide washer experienced mainly wood 

splitting failure. Test 150-2.5 had all replicates experienced wood splitting failure, and their 

maximum load ranged wide in between the maximum and minimum expected loads. Test 200-2.5 

replicates were the strongest connection configurations that exhibited combined wood splitting 

and rod pull-out failure at the same time, with its weaker replicate experienced a wood splitting 

failure earlier on. The stronger test replicates that experienced the combined failure modes were 

close to the maximum expected load of a pure rod pull-out failure. The range of maximum loads 

for Test 200-2.5 replicate was very large in between the maximum and minimum expected loads 

since the wood splitting failures were developed at lower loads compared to the combined failures 

that were developed at higher loads. Test 250-2.5 four replicates exhibited wood splitting failure 

except for the first replicate, test A, that experienced a pure rod pull-out failure which is why it 

experienced a very large maximum failure load. The results of the connection configurations with 

the 63.5-mm (2.5ò) wide washer showed that there is a strong correlation of wood splitting with 

washer size and with rod embedment length. The large washer induced a wood splitting failure 

which is very brittle and spans a large range of maximum loads between the test replicates, as 

shown in Figure 3.17. The range of wood splitting failures gets smaller for Test 250-2.5 replicates 
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as it gets closer to the likely hood of a rod pull-out failure. The maximum load increased linearly 

from Test 150-2.5 replicates to Test 200-2.5 replicates since connection configurations of both test 

groups experienced wood splitting failures. From Test 200-2.5 replicates to Test 250-2.5 

replicates, the maximum load increased slightly, and the range of wood splitting failures decreased 

since Test 250-2.5 replicates were close to the transition point of wood splitting failure to rod pull-

out failure. 

 

Figure 3.19. Maximum load with changing rod embedment length comparison 
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Figure 3.20. Maximum load with changing washer size comparison 

Shown in Figure 3.20 are the expected minimum, expected maximum and the actual maximum 

loads for all tests of each configuration grouped by embedment length. The order of failures with 

increasing washer size goes from wood crushing to rod pull-out, then to wood splitting failure.  

The three different connection configurations with the 150 mm embedment length experienced 

wood crushing failure, rod pull-out failure, and wood splitting failure. Test 150-1.5 replicates 

experienced rod pull-out failures with one replicate having a slight signs of wood crushing failure, 

whereas Test 150-2.0 replicates experienced wood splitting failures with one replicate having a 

rod pull-out failure. While Test 150-2.5 replicates experienced wood splitting failures. The rod 

pull-out failure exhibited by the second replicate of Test 150-2.0, test B, occurred at greater 

maximum load than that of all replicates of Test 150-2.5. This comparison is similar to how the 

rod pull-out failure of the first replicate of Test 200-2.5, test A, occurred at greater load than that 
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of all replicates of Test 250-2.5, which experienced wood splitting failures, as shown in Figure 18. 

The spread in the range of the obtained maximum load for wood splitting failure increases from 

Test 150-2.0 to Test 150-2.5 since Test 150-2.0 replicates sustained maximum loads that were just 

greater than that required for the transition from rod pull-out failure to wood splitting failure. This 

comparison is similar to how the spread in the maximum load range for wood splitting failure 

increased from Test 250-2.5 to Test 200-2.5, as shown in Figure 3.18. 

The connection configurations with the 200 mm embedment length experienced wood crushing 

failure, rod pull-out failure, and wood splitting failure. Replicates of Test 200-1.5 experienced 

wood crushing failure, whereas Test 200-2.0 replicates experienced rod pull-out failure except for 

one replicate which experienced wood splitting failure. While Test 200-2.5 replicates were the 

strongest and experienced a combined wood splitting and rod pull-out failure at the same time, 

with the weakest test replicate experienced a wood splitting failure earlier on. There is a slight 

spread in the range of the obtained maximum load for Test 200-1.5 replicates due to wood 

crushing, however Test 200-2.5 replicated had a larger spread in the range of the obtained 

maximum load due to wood splitting being more brittle and unpredictable. The spread in failures 

highlights again that rod pull-out failure happens when the washer size and rod embedment lengths 

are in a certain proportion to each other in between wood splitting and wood crushing failures. 

The connection configurations with the 250 mm embedment length experienced wood crushing 

failure, rod pull-out failure, and wood splitting failure. The connection configurations with the 250 

mm embedment length showed an excellent spread of failure modes. All replicates of Test 250-

1.5 had experienced wood crushing failure, whereas all replicates of Test 250-2.0 had experienced 

rod pull-out failure except for one replicate which experienced slight wood crushing failure. Test 

250-2.5 four replicates had experienced wood splitting failure except for one replicate which 

experienced rod pull-out failure. The wood crushing failure in Test 250-1.5 replicate shows a slight 

spread in the range of maximum load between the maximum and minimum expected loads, 

whereas the rod pull-out failure in Test 250-2.0 replicates shows a sharp increase in maximum 

load and the spread in the range of the maximum load was very similar to Test 250-1.5 and close 

to its maximum expected load. The wood splitting failure in Test 250-2.5 shows a slight decrease 

in the maximum load and the spread in the range of maximum load was very similar to Test 250-

2.0. The connection configurations with the 250 mm embedment length showed that the rod pull-

out failure is the strongest and has the most consistent maximum failure load. 
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3.2.4 Summary of test results 

Table 3.6 summarizes the results of all experiments using the strong threaded rods. When the 

average of the closest three replicates of each test with similar failure types was taken into account, 

Test 150-1.5, Test 200-2.0, and Test 250-2.0 had their maximum loads closest to the maximum 

expected values. These three connection configurations had experienced rod pull-out failures 

which explains why their maximum load values are close to the maximum expected loads 

calculated from Equation 1. The three connection configurations also had on average the smallest 

standard deviation compared to the other connection configurations. The two connection 

configurations that experienced mainly wood crushing failure were Test 200-1.5 and Test 250-1.5. 

The connection configurations that had wood crushing failures had the second closest standard 

deviation, close to the standard deviation of the configurations that had rod pull-out failures. The 

other connection configurations that experienced wood splitting failures had the worst standard 

deviation because wood splitting is brittle and unpredictable. Therefore, a rod pull-out failure is 

preferred, followed by a wood crushing failure while a wood splitting failure is undesirable. 

Table 3.6. Summary of test results for the nine threaded-rod-in-glulam beam configurations 

Test 

configuration 

ID 

Maximum 

expected load 

(kN) 

Average 

load 

(kN) 

Average load of 

closest 3 tests 

(kN) 

Standard 

deviation 

(kN) 

Standard deviation 

of closest 3 tests 

(kN) 

150-1.5 65.7 70.18 66.18 7.01 1.24 

150-2.0 87.6 77.71 72.34 9.72 3.27 

150-2.5 109.5 79.64 76.16 7.50 5.15 

200-1.5 87.6 71.86 69.06 5.99 4.05 

200-2.0 116.8 103.19 109.69 11.75 3.92 

200-2.5 146.1 122.93 129.98 15.45 10.91 

250-1.5 109.5 80.92 78.79 3.91 1.47 

250-2.0 146.1 138.39 135.76 4.79 1.69 

250-2.5 182.6 152.13 130.21 38.20 4.82 

 

3.2.5 Failure modes formula analysis 

The splitting failure mode is difficult to express in a formula and unpredictable as shown by the 

tests with the largest standard deviations of the closest three tests in Table 3.5. More tests will need 

to be completed to fully understand this failure mode. The wood crushing failure mode has a 

smaller standard deviation compared to the splitting failure mode and has a similar standard 
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deviation compared to the rod pull-out failure mode. Therefore, a formula for the wood crushing 

failure mode is achievable using the data presented in this paper. 

The wood directly under the washer is acting as a fully supported column in its resistance to 

crushing, and the wood along the four edges of the washer are shearing as the wood crushes under 

the washer. Therefore, a combination of a column formula and the rod pull-out formula were used. 

The formula for compressive resistance parallel to the wood grain from the CSA O86-19 standard 

(Canadian Standards Association, 2014) clause 7.5.8.4.2 is shown in Equation 3.2 below. 

Equation 3.2 Compressive resistance parallel to the wood grain: 

0 +! & ה +  Eqn. (3.2) 

Where; Pr = Compressive resistance parallel to grain (N), ◖c = 0.8 (resistance factor for brittle 

failure), & Æ +++ +  = factored strength in compression parallel to grain (MPa), fc = 

specified strength in compression parallel to grain (MPa), KD = load duration factor, KH = system 

factor, KSc = service condition factor for compression parallel to grain, KT = treatment factor, A = 

cross-sectional area being compressed (mm2), + πȢφψὤ Ȣ ρȢπ = size factor, Z = 

member volume (m3), and KC = slenderness factor. 

The formula in Equation 3.2 can be simplified for the special case of the wood crushing failure. 

The specified strength in compression parallel to grain for the glulam beam, fc, equals 33.0 MPa 

according to a technical note published by Nordic Structures (Nordic Wood Structures, 2015). The 

glulam beam sections were tested under quick loading till failure (less than seven days); therefore, 

the load duration factor, KD, equals 1.15 as per Clause 7.4.1 in the CSA O86-14 standard (Canadian 

Standards Association, 2014). The wood crushing under the washer is only being considered as 

one column; therefore, the system factor, KH, equals 1.0 as per Clause 7.4.3. The beam sections 

were under dry service condition and were untreated; therefore, the service condition factor, KSc, 

and the treatment factor, KT, both equal 1.0 as per Clause 7.4.2 and Clause 7.4.4, respectively. The 

volume of the column under the washer being considered is always under 0.05 m3; therefore, KZcg 

will always equal 1.0. The column being considered under the washer is fully supported since the 

washer is bearing in the middle of a section of glulam larger than the washer on all sides of the 

washer; therefore, the slenderness factor, KC, equals 1.0 as per Clause 7.5.8.5. The ◖c resistance 
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factor is ignored for the testing comparison. Using all the aforementioned values in Equation 3.2 

results in Equation 3.3 as shown below. 

Equation 3.3 Simplified compressive resistance parallel to the wood grain: 

0  Æ +! Eqn. (3.3) 

The maximum expected values associated with compression parallel to the grain under the washer 

were calculated as shown in Table 3.7. 

Table 3.7. Threaded-rod-in-glulam section expected tensile and compressive forces 

Test configuration ID 
Washer size 

(mm) 

Maximum expected 

PR force 

(kN) 

Maximum expected 

compression force 

(kN) 

Test 150-1.5 38.1 65.7 42.4 

Test 150-2.0 50.8 87.6 85.2 

Test 150-2.5 63.5 109.5 140.3 

Test 200-1.5 38.1 87.6 42.4 

Test 200-2.0 50.8 116.8 85.2 

Test 200-2.5 63.5 146.1 140.3 

Test 250-1.5 38.1 109.5 42.4 

Test 250-2.0 50.8 146.1 85.2 

Test 250-2.5 63.5 182.6 140.3 

 

The wood crushing failure is being resisted by both compression parallel to the grain and shear 

along the four edges of the washer; therefore, the strength of the wood crushing failure is a 

combination of these two resistances. Since the wood under the washer is being crushed, it is 

assumed that the full value of the compression parallel to the grain is resisting the applied load; 

therefore, only a fraction of the shear resistance is resisting the load. The formula that best fits the 

tests that experienced wood crushing failure is shown in Equation 3.4. 

Equation 3.4 Wood crushing failure formula: 

7# 0 02  Eqn. (3.4) 

Where; WCr = Wood crushing resistance under the washer (N), Pr = Compressive resistance 

parallel to grain (N), and PR = Pull-out resistance of threaded rod in glulam (N). 
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The full resistance for compression parallel to the wood grain was used and trying different fraction 

combinations of the shear resistance found that using 3/8 of the resistance for shear fits best with 

the connections that failed due to wood crushing, as shown by the grouping of the tests around the 

maximum expected values, which are shown in Figure 3.21.  The results for the expected wood 

crushing failure are shown in Table 3.8. 

Table 3.8. Threaded-rod-in-glulam section expected wood crushing forces 

Test configuration 

ID 

Maximum expected 

PR force 

(kN) 

Maximum expected 

comp force 

(kN) 

Maximum expected 

wood crush force  

(kN) 

Test 150-1.5 65.7 42.4 67.0 

Test 150-2.0 87.6 85.2 118.1 

Test 150-2.5 109.5 140.3 181.4 

Test 200-1.5 87.6 42.4 75.3 

Test 200-2.0 116.8 85.2 129.1 

Test 200-2.5 146.1 140.3 195.1 

Test 250-1.5 109.5 42.4 83.5 

Test 250-2.0 146.1 85.2 140.0 

Test 250-2.5 182.6 140.3 208.8 
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Figure 3.21. Maximum load for expected wood crushing failure 

The three tests configurations that utilized the 38.1-mm (1.5ò) wide washer experienced the wood 

crushing failure along with one test from Test 250-2.0. The test configurations with the largest 

washer size of 63.5-mm wide had their expected wood crushing failure well above the actual 

results since the amount of wood resisting crushing far surpassed its probability to split. From 

these results, it shows that the formula presented in Equation 3.4 for wood crushing failure is very 

plausible, but more tests will need to be completed to prove its validity. 

3.2.6 Ductile steel failure 

From the experimental results of the strength of the wood, a connection could be designed so that 

the steel component would yield before the wood experiences any deformation. The connection 

configuration used was Test 250-2.0 which had an average maximum load of 135.76 kN. The steel 

rod used had a grade of SAE J429-Grade 2 and a yielding tensile force of 90.0 kN. When Test 
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250-2.0-AR was conducted, only the steel rod deformed and broke while the wood section 

experienced no noticeable deformation, as shown in Figure 3.22. Figure 3.23 shows the load versus 

displacement curve for Test 250-2.0-AR, and the curve follows a similar trend to how a steel rod 

yields during a tension test. Test 250-2.0-AR proves that a predictable failure in the steel can be 

achieved once the strength and failure mode of the wood is known. 

 (a)                 (b) 

 

Figure 3.22. Yielded steel rod and non-deformed glulam section: (a) Steel rod broken in glulam; 

(b) Fractured steel rod. 

 

Figure 3.23. Load-displacement relationship for Test 250-2.0-AR 
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3.3 Conclusions 

Based on the obtained experimental results and analysis performed afterwards, the formula shown 

in Equation 3.1 is highly plausible for pure rod pull-out failures, whereas the formula shown in 

Equation 3.4 is plausible for wood crushing failures, but more tests need to be performed to 

confirm their validity. It should be noted that these equations have only been tested on glulam 

beams with a homogenous layup and tests should be done on other types of glulam beams to 

confirm their validity. The following conclusions have been drawn: 

¶ Keeping an embedment length versus a washer size ratio of around 100 mm and 125 mm 

to 25.4 mm (1.0ò) provides a more predictable failure mode of rod pull-out and a more 

predictable failure load with the least amount of deviation. 

¶ Keeping the embedment length slightly larger compared to the washer size will keep the 

failure mode closer to a wood crushing failure which is more consistent and predictable. 

¶ Having a larger washer size compared to embedment length is not recommended because 

the failure mode will be closer to a wood splitting failure which is more brittle and 

unpredictable compared to a wood crushing failure. 

¶ With an understanding of how the wood section would fail, a connection can be designed 

so that its metal components would yield before the wood experiences any damage as 

shown in Test 250-2.0-AR. 

With the information from the rod pull-out series of tests, the four optimum and predictable 

configurations were selected to be used for the moment resisting beam-to-column connection. 

Those four configurations include 200-1.5 and 250-1.5 which failed due to wood-crushing under 

the washer, and 200-2.0 and 250-2.0 which failed due to rod pull-out. 
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Chapter 4 Ambient Temperature Moment Connection Testing 

4.1 Intro duction 

Four different connection configurations of mechanically fastened steel rods in glulam sections 

were experimentally examined, with each test assembly tested twice (A and B) to verify results. 

Test variables for the connection configurations included rod embedment length and size of the 

square washer. Using the collected load-displacement data, the connectionôs strength and stiffness 

were determined, and the connection failure modes were observed and documented. 

4.1.1 Materials 

4.1.1.1 Glulam sections 

The glulam beam sections used were the exact same as described in section 3.1.1.1 of this thesis. 

4.1.1.2 Threaded rods 

The threaded rods used in the experiments had a diameter of 19.05 mm (3/4 inch), length of 910 

mm, and stress grade of SAE J429-Grade 2 which is the common grade used for wood 

construction. Using a band saw, the rods were cut into pieces of 470-mm and 520-mm long that 

were used in the test assemblies of 200 mm and 250 mm embedment lengths, respectively. The 

remaining cut off rod sections were prepared and used as tension coupons, and thus were tested to 

confirm the stress grade of the rods. The average yield tensile force exerted by the rods was 

recorded at 90 kN, confirming the rods stress grade. 

4.1.1.3 Washers 

The washers used for the experiments were fabricated from a 12.7-mm thick steel flat bar with a 

stress grade of 300W, as specified by CSA G40.20-04/G40.21-13 (Canadian Standards 

Association, 2013). There were four washers fabricated: two were 38.1 x 38.1 mm (1.5 x 1.5 

inches); and two were 50.8 x 50.8 mm (2.0 x 2.0 inches). A hole of 20.6 mm (13/16 inch) diameter 

was drilled in the centre of each washer. 
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4.1.2 Test assembly details and fabrication process 

The two threaded rods employed in the glulam beam pilot connection configuration had 

embedment lengths of either 200 or 250 mm. Every beam section had a line marked perpendicular 

to the wood grain at the required embedment length, and a line marked parallel to the grain down 

the centre of the beam wide face. Two lines were then marked parallel to the grain, and each one 

was offset 80 mm on either side of the centre line. Next, two little rectangles were marked directly 

below the embedment length line and centred on each of the offset lines. Rectangles measured 

41.3 mm (1-5/8 inches) wide for the 38.1 mm square washer and 54.0 mm (2-1/8 inches) wide for 

the 50.8 mm square washer, and 30 mm thick to accommodate the washer and nut were marked, 

as shown in Figure 4.1. All rectangles were then carved out into a rectangular prism using wood 

chisels to a depth of approximately 87 mm for the 38.1 mm square washer and 93 mm for the 50.8 

mm washer, as shown in Figure 4.2(a). A 20.6-mm (13/16ò) diameter hole was then drilled in line 

and centred of each carved out hole on the 314-mm wide face and centred on the 135-mm wide 

face at the end of the beam section to the required embedment length using a precise portable 

drilling station as shown in Figure 4.2(b). 

(a) 
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(b) 

 

Figure 4.1. Connection configurations: (a) Connection configuration with 38.1 mm square 

washer; (b) Connection configuration with 50.8 mm square washer. 

 

 (a)  (b)

Figure 4.2. Preparation of beam: (a) A beam section being chiselled; (b) A beam section being 

drilled. 
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4.1.3 Test assembly design 

The rod pull-out tests performed earlier helped determine the optimal embedment length and 

washer size configurations to be used. From the individual rod pull-out strength tests, the four 

configurations that yielded the most predictable results were selected for the beam-to-column 

connection configurations. With the beam-to-column connection experiencing a bending moment, 

the top rod in the connection was subjected to tension; a lower portion of the wood section was 

subjected to compression; and the bottom rod was subjected to minimal tension since it is close to 

the neutral axis of the connection. Using the results from the rod pull-out tests as the top tension 

rods strength, the moment-resisting capacity of the connection was possible to be calculated. For 

ease of calculation, the bottom rod was not included as it would add very little to the connections 

capacity. 

The compression force at the bottom of the connection is calculated based on the factored 

compression resistance of glulam parallel to grain as per Clause 7.5.8.4 of the CSA O86-14 

standard (Canadian Standards Association, 2014). Several modifications factors are applied to the 

compression resistance formula to accurately determine the actual compression strength, but most 

of them can be omitted or equal to 1.0 due to the nature of the connection. For example, the size 

factor, KZcg, can be omitted because the amount of wood being compressed is very small, and this 

factor only changes when dealing with large volumes. The slenderness factor, KC, can be omitted 

since only a small area of the section is under compression and is fully supported along the 

connectionôs neutral axis. The load duration factor, KD, equals 1.15 as per Clause 12.2.1.6 in the 

CSA O86-14 standard (Canadian Standards Association, 2014) because the glulam beam sections 

were tested under quick loading till failure (less than seven days). The system factor, KH, equals 

1.0 since only an individual connection is being tested and not a system. The service condition 

factor, KSc, and the treatment factor, KT, both equal 1.0 as per Clause 12.2.1.5 and Clause 12.2.1.7, 

respectively because the beam sections were under dry service condition and were untreated. 

The specified parallel-to-the grain compressive strength for the glulam beam, fc, equals 33.0 MPa 

according to a technical note published by Nordic Structures (Nordic Wood Structures, 2015). The 

area being compressed (a x b) is the compression block on the bottom of the connection where (a) 

is the compression block height and (b) is the compression block width which is 135 mm. The 

final value to account for is the resistance reduction factor, ◖c, which equals 0.8 as per Clause 
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7.5.8.4.2. Combining all the above-mentioned values helped in determining the force that the 

compression block can resist (C), as shown in Equation 4.1. 

Equation 4.1 Compression block resistance: 

# +++ Æ ה + ÁϽÂ   Eqn. (4.1) 

With the values inserted into Equation 4.1, the formula can be simplified to C = ◖ Fc a.b; where Fc 

equals the factored compressive resistance parallel to the grain which equals 37.95 MPa. With the 

tension force equalling the compression force in the connection, the compression block height, a, 

can be calculated. Finally, the connection moment resistance, Mr, can be calculated using Equation 

4.2 with the assistance of Figure 4.3. 

 

Figure 4.3. Beam end cross section and stress diagram 

Equation 4.2 Moment resistance formula: 

Mr = T (d ï 0.5a)    Eqn. (4.2) 

Where; Mr = connection moment resistance (N.mm), T = tension force in top rod (N), d = distance 

from midpoint of tension force to bottom of beam, a = compression block height (mm). 

From the previous tension tests done on individual steel rods in glulam sections, the tensile 

strengths at failure along with the calculated maximum moment resistances are shown in Table 
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4.1. The failure mode of the tension tests with the 38.1 mm washer was crushing of wood under 

the washer, which was same as the predicted failure mode for the top rod of the two test 

configurations with the 38.1 mm washer. The two test configurations with the 50.8 mm washer 

had their expected tensile forces over 90 kN which was the average yield strength of the steel rods; 

therefore, the steel strength was used to calculate the connection moment resistance. The steel rods 

yielding tensile strength were 90 kN and ultimate tensile strength was 104 kN. Also, the predicted 

failure mode of the top rod was steel rod yielding. 

Table 4.1. Concealed beam-to-column connection tests matrix 

Notes: For the test configuration ID; 200 and 250 are the rod embedment lengths in (mm); 1.5 and 

2.0 are the square washer size in (inches). BC stands for Beam-to-Column. 

4.1.4 Tests setup and procedure 

The cantilever beam was held in place with a crane so that the beam end could be attached to a 

strong steel support in a Universal Testing Machine (UTM). The two steel rods were inserted 

through the column and into the beam end, then each rod end was fastened using a steel nut and 

square washer desirable for the configuration being tested. A rigid steel strip was attached on the 

underside of the beam and placed 200 mm from the column face to allow the installment of a 

Linear Variable Differential Transducer (LVDT), labelled T1, which was then used to measure the 

beam vertical displacements that were then used to calculate the rotations of the beam. A second 

steel strip was placed inline and perpendicular to the top tension rod with another LVDT, labelled 

T2, against that strip to measure the gap between the beam end and the supporting column at the 

top tension rod. A third steel strip was attached to the underside of the beam but at a distance of 

1400 mm from the column face with a Draw-wire Displacement Transducer, labelled T3, attached 

to it to measure the beam vertical displacements inline with where the load was applied. A pinned 

steel attachment was placed between the UTM crosshead and the top side of the beam at a distance 

of 1400 mm from the column face so the load would always be applied at the same spot as the 

Test 

configuration ID 

Test 

replicates 

Embedment 

length 

(mm) 

Washer 

size 

(mm) 

Average 

tensile force 

(kN) 

Maximum moment 

resistance 

(kN.m) 

Test-BC 200-1.5 2 200 38.1 71.9 16.4 

Test-BC 200-2.0 2 200 50.8  103.2 (steel 104.0) 23.3 (20.3 yielding) 

Test-BC 250-1.5 2 250 38.1 80.9 18.4 

Test-BC 250-2.0 2 250 50.8 138.4 (steel 104.0) 23.3 (20.3 yielding) 
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beam rotated. Once the displacement measuring transducers were in place and zeroed, the test 

assembly was loaded at a rate of about 8.0 kN per minute. The test was terminated when the glulam 

beam achieved failure with no additional load gain. The full test setup of a general assembly is 

shown in Figure 4.4. 

(a)  

 (b)    (c) 

             

Figure 4.4. Full test setup of a general beam-column connection test assembly: (a) Full test 

assembly diagram; (b) Front side of assembly setup; (c) Back side of assembly setup. 
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4.2 Experimental Results and Discussion 

The experimental results presented in this chapter were the displacements measured by the LVDT 

located at 200 mm from the column face, labelled T1, which was used to calculate the beam 

rotation, and the associated loads that were applied and then were used to calculate the moment 

magnitudes on the beam end connection.  

The initial stiffnessôs, yielding moments, and maximum moments were determined using the 

method developed by Yasumura and Kawai (1998) instead of other methods as it was found to 

provide the most consistent results for different types of timber beam connections. Following this 

method, the connection initial stiffness, K10-40, is calculated between 10% and 40% of the 

maximum load. The yielding moment of the connection is estimated based on determining the 

intersection of the initial stiffness line (the tangent to the moment-rotation curve from the zero 

point) and the straight line drawn offset and parallel to the secant line plotted between 40% and 

90% of the peak load. This point of intersection is then projected horizontally onto the moment-

rotation curve to determine the yielding rotation of the connection. Finding the point of intersection 

is demonstrated in Figure 4.5. 

 

Figure 4.5. Yasumura and Kawai method for finding yielding moment (Muñoz et el., 2008) 
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The peak moment and rotation of the connection were based on the maximum load sustained by 

the connection before an appreciable load drop, greater than 5%, occurred in conjunction with 

observable brittle failure in the wood around the connection. The failure rotation was based on the 

maximum rotation sustained before either fracture failure in the steel rod or brittle failure in the 

wood occurred. The ductility ratio was determined using the rotation values measured at the 

yielding moment and failure rotation as opposed to the deformation ratio which uses the rotation 

values measured at the yielding and maximum moments. The reason for the use of the ductility 

ratio instead of the deformation ratio was that the connection did not have a brittle failure in the 

wood occur once the maximum moment was reached. Instead, some of the connections had the 

steel rod fail by yielding and some of the connections had the wood under the washer compress 

into the beam for a significant displacement before a brittle failure occurred. 

4.2.1 Failure modes 

The primary failure mode for the tests with the 38.1 mm (1.5 inches) washer was wood crushing 

under the washer of the top steel rod, as shown in Figure 4.6(a), which confirms the prediction 

from the previous tension tests performed prior to this study.  For this failure, the top washer 

compressed into the wood by an average of 40 mm, whereas the bottom washer compressed into 

the wood by an average of 10 mm, as shown in Figure 4.6(b). There was no shear rod pull-out or 

beam splitting observed at the end of the connection, as shown in Figure 4.6(c). The compression 

block width, a, was observed and measured between 17 to 21 mm for all the tests with the 38.1 

mm washer, as shown in Figure 4.6(d). 
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 (a) 

 (b) 

 (c) 

 (d) 

Figure 4.6. Test failures of BC with 38.1 mm (1.5 inch) washer: (a) Top and bottom washers 

after failure; (b) Depth of top and bottom washer compressed into wood; (c) Rotation of beam 

end; (d) Width of compression block. 

Test-BC 200-1.5-A failed similar to the other tests with a 38.1 mm washer, except at the end when 

the top rod failed by shear rod pull-out as shown in Figure 4.7(a). The reason for the pull-out failure 

was that the 200 mm embedment length has less wood surrounding it to resist shearing along the 

edges of the washers compared to the 250 mm embedment length. As a result, test configuration 

200-1.5 has a chance for the wood to shear along the washerôs edges once compressed into the 

wood which shortens the embedment length of the amount of wood resisting shear forces. As 

shown in Figure 4.7(b), the wood under the washer only compressed 20 mm when compared to 

the 40 mm that the other tests with the 38.1 mm washer experienced.  
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 (a)  (b) 

Figure 4.7. Test-BC 200-1.5-A failure: (a) Top rod shear pull-out failure; (b) Compressed depth 

of top washer into wood. 

The primary failure mode for the tests with the 50.8 mm (2.0 inches) washer was yielding of the 

top steel rod, as shown in Figure 4.8(a), which confirms the prediction from the previous tension 

tests performed prior to this study. A crack was observed to form along the face of the beam on 

each side in line with the bottom rod, just above the compression zone, as shown in Figure 4.8(b). 

Figure 4.8(c) shows the top washer having no noticeable deformation or compression into the 

wood. Figure 4.8(d) shows the bottom washer having no noticeable deformation, but the washer 

did compress into the wood slightly along the bottom edge. 

 (a)  (b) 
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 (c)   (d)

 

Figure 4.8. Failures of Test-BC connection with 50.8 mm (2.0 inch) washer: (a) Connection end 

with top rod snapped; (b) Crack along face of beam just above compression zone; (c) Top washer 

with no deformation to wood, (d) Bottom washer with little deformation to wood. 

Test-BC 250-2.0-B failed similar to the other tests with a 50.8 mm washer, except at the end when 

the top rod had the washer compressed into the wood before the rod snapped as shown in Figure 

4.9(a). Figure 4.9(b) shows that the top steel rod yielded at the intersection where the washer was 

bearing against the wood. Since the steel rod yielded at the washer-wood interface, it could have 

caused slightly more rotation at that point which would have made the washer apply more pressure 

along one edge instead of along the entire surface. The uneven pressure would then cause the 

washer to start compressing into the wood allowing for the beam to endure a greater rotation than 

the other tests with the 50.8 mm washer. As shown in Figure 4.9(c), the beam experienced no 

cracks along the face just above the compression zone. Since the beam was allowed to rotate more 

due to the washer compressing the wood, the force was distributed more towards the steel yielding 

allowing the wood in the compression zone not to crack. The compression block width, a, was 

observed and measured between 25 to 30 mm for all the tests with the 50.8 mm washer, as shown 

in Figure 4.9(d). 
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 (a) 

 

 (c) 

 (b) 

 

 (d)

Figure 4.9. Test-BC 250-2.0-B failure: (a) Top and bottom washers after failure; (b) Top rod 

snapped at edge of washer; (c) Compression of wood with no cracks in compression zone; (d) 

Width of compression block. 

4.2.2 Moment-rotation relationships 

The moment versus rotation relationships shown in Figure 4.10 show that most of the connections 

have a considerable degree of ductility. The four tests with the 50.8 mm washer failed due to the 

steel rod yielding, and most of those assemblies failed at a connection rotation over 0.1 radians. 

Whereas, the four tests with the smaller washer (38.1 mm) failed due to wood crushing under the 

washer, and all were more ductile than the tests with the steel rod yielding failure with most tests 

failing over 0.175 radians. The general trend shows the connections with the larger washer (50.8 

mm) have greater stiffness and moment resistance compared to those with the smaller washer (38.1 
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mm), however the connections with the smaller washer have higher ductility ratios. All tests have 

the yielding moment at around 0.02 radians. 

 

Figure 4.10. Moment versus rotation relationships for all eight tests 

Figure 4.11 shows the effect of increasing the washer size from 38.1 mm to 50.8 mm on the 

moment-rotation relationships for the connections that utilized steel rods of 200 mm embedment 

length. It was noticed that the increase in the washer size increased the connection yield moment 

capacity by about 35% (from an average of 12.77 to 17.28 kN.m), and the connection maximum 

moment by about 38% (from an average of 18.98 to 26.16 kN.m). The failure mode also changed 

with the increase of the washer size from wood crushing under the washer to steel rod yielding. 

The average ductility ratio of the connections with the 50.8 mm washers, which failed due to steel 

rod yielding, was 7.40 while those with the smaller washers (38.1 mm), which failed due to wood 

crushing, had an average ductility ratio of 8.49. The failure mode for Test-BC 200-2.0 connections 

was steel rod yielding, which was very predictable and explains why their moment-rotation curves 

are very similar. While the failure mode for Test-BC 200-1.5 connections was wood crushing 

under the washer, except for Test-BC 200-1.5-A connection which experienced a shear rod pull-

out failure at the end, as shown in Figure 4.7(a). The shear rod pull-out failure explains why Test-

BC 200-1.5-A connection had a higher moment resistance and a lesser ductility ratio when 

compared to Test-BC 200-1.5-B connection. 
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Figure 4.11. Moment-rotation relationships for Test-BC 200-1.5 versus 200-2.0 

Figure 4.12 shows the effect of increasing the washer size from 38.1 mm to 50.8 mm on the 

moment-rotation relationships for the connections utilized steel rods of 250 mm embedment 

length. It was noticed that the increase in the washer size increased the connection yield moment 

capacity by about 58% (from an average of 10.51 to 16.60 kN.m), and the connection maximum 

moment by about 74% (from an average of 15.56 to 27.03 kN.m). Similar to the connections with 

200 mm embedment length, the failure mode of the connections with longer rod embedment length 

changed with the increase of the washer size from wood crushing under the washer to steel rod 

yielding. The average ductility ratio of the connections with the 50.8 mm washers, which failed 

due to the steel rod yielding, was 8.25; while the connections with the smaller washers (38.1 mm), 

which failed due to wood crushing, had an average ductility ratio of 15.17. The failure mode for 

both Test 250-1.5 connections was wood crushing under the washer, which was why their moment-

rotation curves are very similar. The failure mode for Test-BC 250-2.0 connections was steel rod 

yielding, except for Test-BC 250-2.0-B connection which experienced wood crushing under the 

washer at the end of the test, as shown in Figure 4.9(a). The wood crushing under washer combined 

with the rod yielding failure explains why Test-BC 250-2.0-B connection had a similar ductility 

ratio as the connections of Test-BC 250-1.5, and had higher ductility ratio when compared to Test-

BC 250-2.0-A connection. 
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Figure 4.12. Moment-rotation relationships for Test-BC 250-1.5 versus 250-2.0 

Figure 4.13 shows the effect of increasing the steel rod embedment length from 200 to 250 mm 

for the connections that utilized the smaller washers (38.1 mm). It was noticed that increasing the 

rod embedment length decreased the connection yield moment capacity by about 18% (from an 

average of 12.77 to 10.51 kN.m). The increase of the rod embedment length also decreased the 

connection maximum moment by about 18% (from an average of 18.98 to 15.56 kN.m). However, 

the failure mode stayed the same for connections with both embedment lengths as wood crushing 

under the washer. The average ductility ratio of the connections with the 200 mm rod embedment 

length was 8.49, while it was 15.17 for the connections with longer embedment length of 250 mm. 

The ductility ratios for both connection configurations would had been relatively the same except 

that Test-BC 200-1.5-A connection failed at the end of the test due to shear rod pull-out which 

increased the connection strength but decreased its ductility ratio. 
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Figure 4.13. Moment-rotation relationships for Test-BC 200-1.5 versus 250-1.5 

Figure 4.14 shows the effect of increasing the steel rod embedment length from 200 to 250 mm 

for the connections that utilized the larger washers (50.8 mm). It was noticed that increasing the 

rod embedment length had very little effect on the yield moment capacity (from an average of 

17.28 to 16.60 kN.m), and the maximum moment capacity (from an average of 26.16 to 27.03 

kN.m). Similar to the connections with the smaller washer size, the failure mode stayed the same 

for the connections with both embedment lengths as yielding of the steel rod. The average ductility 

ratio of the connections with the 200 mm rod embedment length was 7.40, while for the 

connections with the 250 mm embedment length the ductility ratio was 8.25. Since the failure 

mode for the connections with both embedment lengths and the same larger washer size (50.8 mm) 

was steel rod yielding, it was expected that there would be very little difference in the results 

because steel material behaviour was more predictable and consistent when it fails. Accordingly, 

as long as the steel rod was the only component failing in those connection configurations, the 

connection strength can be predicted with a high degree of certainty. 
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Figure 4.14. Moment-rotation relationships for Test-BC 200-2.0 versus 250-2.0 

4.2.3 Summary of test results 

Shown in Table 4.2 is a summary of all results including the calculated moment resistance, yielding 

moment, maximum moment, and ductility ratio for all BC connection configurations 

experimentally examined in this study. 

Table 4.2. Results summary for all BC connection configurations tested 

 

Test-BC 

ID  

Initial 

stiffness 

(kN.m/rad)  

Myield 

(kN.m) 

Yield 

Rotation 

(rad) 

Mmax 

(kN.m) 

Failure 

Rotation 

 (rad) 

Ductility 

ratio 

Estimated Mmax  

(kN.m) 

200-1.5-A 831.47 13.59 0.0164 20.10 0.1229 7.52 16.4 

200-1.5-B 597.24 11.94 0.0200 17.86 0.1894 9.47 16.4 

200-2.0-A 1365.08 18.16 0.0133 26.11 0.1058 7.95 23.3 (20.3 yield) 

200-2.0-B 1058.63 16.41 0.0155 26.21 0.1062 6.85 23.3 (20.3 yield) 

250-1.5-A 749.15 10.41 0.0139 14.97 0.1908 13.72 18.4 

250-1.5-B 964.30 10.61 0.0110 16.14 0.1827 16.61 18.4 

250-2.0-A 896.63 16.99 0.0189 27.86 0.1166 6.15 23.3 (20.3 yield) 

250-2.0-B 959.45 16.21 0.0169 26.21 0.1750 10.36 23.3 (20.3 yield) 
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The connection configuration Test-BC 200-1.5 had an average maximum moment of 19.0 kN.m 

which is about 16% greater than the connection maximum moment resistance calculated at 16.4 

kN.m. The connection configuration Test-BC 250-1.5 with the small washers but longer 

embedment length had an average maximum moment of 15.6 kN.m which is 15% less than the 

connection moment resistance calculated at 18.4 kN.m. The reason why the connection 

configuration Test-BC 200-1.5 had a higher increase in maximum moment versus the calculated 

maximum moment as compared the connection configuration Test-BC 250-1.5 could be attributed 

to two reasons. First, was that the bottom rod was adding a small increase in the moment resistance 

and second was that a bending factor was added to the calculated predicted moment resistance 

since the pure tension force was only used in the calculations. The bending force applies slightly 

more pressure along the top edge of the washer; causing the compression failure to happen slightly 

earlier than if the washer was under uniform tension, which causes the pressure to be distributed 

evenly.  

The maximum moment of the Test-BC 250-1.5 connections was less than that of the Test-BC 200-

1.5 connections because the washer in the connection with the 250 mm embedment length was 

further from the supporting column than the connection with the 200 mm embedment length; 

therefore, when the beam was rotating, the further washer travelled a greater vertical distance than 

the closer washer with the same rotation causing more pressure to develop along the washerôs top 

edge, and thus caused the Test-BC 250-1.5 connections to fail at lesser moments. 

One positive result in the longer embedment length comparing the connection configurations with 

the smaller washer was that the decrease in moment resistance was gained by the increase in 

ductility ratio. The average ductility ratio for the Test-BC 200-1.5 connection was 8.5 while the 

average ductility ratio for the Test-BC 250-1.5 connection was increased by about 79% to 15.2. 

Also, the ductility ratios for both connections with the larger washer were both slightly below 8.5 

meaning the wood crushing failures exhibited by the connections with the smaller washer has a 

higher ductility ratio than the steel rod yielding failures exhibited by the connections with the 

larger washer. 

Regardless of the steel rod embedment length, the connection configurations with the larger 

washers (50.8 mm) had its maximum moments and yielding moments almost the same. The 

connections with the larger washer had a yielding moment average of 16.9 kN.m which was about 
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17% lower than the calculated yielding moment resistance of 20.3 kN.m, while their average 

maximum moment resistance was 26.6 kN.m which was about 14% greater than the calculated 

maximum moment resistance of 23.3 kN.m. An explanation for the lower yielding moment 

compared to the calculated was that the top tension rod was not under pure tension. As shown in 

Figure 4.8(a) and Figure 4.9(b), both steel rods were bent at the interface between the beam end 

and the column side. Also, the rotation of the connection caused the top rod to bend at the beam-

to-column interface creating a starting point for the rod to start yielding slightly early similar to 

what happened in the connections with the smaller washers (38.1 mm). The increase in maximum 

moment compared to the calculated was similar with the smaller washer connections in which the 

bottom rod adds a slight increase in resistance to the moment resistance. 

4.3 Conclusions 

Based on the obtained experimental results and analysis performed afterwards, the formulas shown 

in Equations 4.1 and 4.2 are plausible for the glulam beam end connection configurations 

experimentally examined in this study. However, more tests need to be performed to calculate the 

bending factor that caused the connection to fail at slightly smaller moment values than that if the 

top rod was under uniform tension, instead of being subjected to combined tensile and bending 

forces. The following conclusions have been drawn:  

¶ Depending on the desired failure, a connection configuration can be designed to promote 

a steel rod yielding failure which is stronger and also predictable, or a wood crushing failure 

which can provide the connection with a high ductility ratio. 

¶ The longer steel rod embedment length affects the strength of the connection slightly 

negative due to the uneven pressure under the washer, but increases the ductility ratio 

greatly when the failure mode was wood crushing under the washer. 

¶ The increase in washer size was the largest gain in the connection strength as it increases 

the area of wood to be crushed and increases the area of wood to resist shear rod pull-out 

failure. Increasing the area of the washer by 63% increased the 200 mm embedment length 

connections maximum moment resistance by 38% and increased the 250 mm embedment 

length connections maximum moment resistance by 74%. 

¶ The increase in washer size from 38.1 to 50.8 mm didnôt show any ill effect due to the 

rotation of the connection, but from previous tension tests, as shown in Chapter 3 of this 
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thesis, a larger washer of 63.5 mm (2.5 inches) was observed to cause splitting in the wood 

underneath, and therefore should be avoided. 

¶ For a comparison of a simply supported beam with the same section size, the moment 

resistance is 70.5 kN.m and the strongest connection had a yielding moment resistance of 

about 17 kN.m giving the connection an efficiency of 24%. 

With the information from the ambient moment resisting beam-to-column connection series of 

tests, the elevated temperature tests can be performed using the exact same connection 

configurations. Knowing that the actual results are slightly lower than the expected results, a 

design moment of 10 kN.m was selected to test each connection at elevated temperatures. 
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Chapter 5 Elevated Temperatures Moment Connections Testing 

5.1 Introduc tion 

The four connection configurations tested as detailed in Chapter 4 were experimentally examined 

at elevated temperatures, with each test assembly tested twice (A and B) to verify results. Using 

the collected load, displacement, time, and thermal data, the connectionôs time to failure and 

internal temperatures were determined, and the connection failure modes were observed and 

documented. 

5.1.1 Materials 

5.1.1.1 Glulam sections 

The glulam beam sections used were the exact same as described in section 3.1.1.1 of this thesis. 

5.1.1.2 Threaded rods 

The threaded rods used were the exact same as described in section 4.1.1.2 of this thesis. 

5.1.1.3 Washers 

The washers used were the exact same as described in section 4.1.1.3 of this thesis. 

5.1.2 Test assembly details and fabrication process 

The beam-to-column connections fabrication process and assembly details were the exact same as 

that described in section 4.1.2 of this thesis. 

5.1.3 Test assembly design 

The purpose of this stage of the experimental program of this study is to confirm that a fully 

concealed glulam beam-to-column connection sized at 135 mm x 314 mm high can achieve a one-

hour fire resistance rating. From the previous tests done at ambient temperature, as described in 

Chapter 4 of this thesis, the safe design capacity of the weakest connection configurations was 

10.0 kN.m. For consistency to compare how changing the embedment length and washer size 

affects the time to failure the 10.0 kN.m moment was applied to all four connection configurations. 
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The nominal char rate of the glulam sections tested at this stage of the experimental program of 

this study was 0.7 mm/min (Nordic Wood Structures, 2015). Therefore, after one-hour fire 

exposure, a char layer of about 42 mm is to be formed on the bottom and the two sides of the 

glulam beam as shown in Figure 5.1. The top surface of the beam will be covered with a layer of 

insulating ceramic fibre blanket to represent a slab on top of the beam. Therefore, there will be no 

charring on the top surface of the beam. Considering the width of the 38.1 mm washer located in 

the centre of the beam width, the beam should still have about 6.5 mm of wood protection at the 

washersô sides. Considering the width of the 50.8 mm washer located in the centre of the beam 

width, the beam should still have about 0.1 mm of wood protection at the washersô sides. The tests 

matrix with the corresponding fire resistance predicted times to failure is presented in Table 5.1. 

 

Figure 5.1. Beam-to-column connectionsô predicted cross section after standard fire exposure 
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Table 5.1. Threaded rod in glulam beam-to-column connection fire tests matrix 

Test configuration 

ID 

Test 

replicates 

Embedment 

length 

(mm) 

Washer 

size 

(mm) 

Safe design load 

applied 

(kN.m) 

Predicted time  

to failure 

(min) 

Test-BCF 200-1.5 2 200 38.1 10.0 60 

Test-BCF 200-2.0 2 200 50.8 10.0 60 

Test-BCF 250-1.5 2 250 38.1 10.0 60 

Test-BCF 250-2.0 2 250 50.8 10.0 60 

Notes: For the test configuration ID; 200 and 250 are the rod embedment lengths in (mm); 1.5 and 

2.0 are the square washer size in (inches). BCF stands for Beam-to-Column Fire 

5.1.4 Tests setup and procedure 

Each test assembly was fixed to a strong steel support using two threaded steel rods. The carved 

cut offs on the beam face, which accommodated the steel rodsô nuts and washers, were then 

plugged with a small fitting chunk of glulam, which was then glued in place as shown in Figure 

5.2(a). Both, the glulam beam and the fire-protected support were placed inside the large-size fire 

testing furnace accommodated at Lakehead Universityôs Fire Testing and Research Laboratory 

(LUFTRL), as shown in Figure 5.2(b). The beam top side was fire protected using a 1-inch thick 

layer of ceramic fibre blanket insulation to simulate the existence of a slab on top of the beam. A 

hydraulic jack mounted to the strong loading steel structure that surrounded the furnace was used 

to apply the transverse load on the beam via an insulated steel post which was installed through an 

opening in the furnace roof. 

 (a)  (b)

Figure 5.2. Fire test setup: (a) Beam section holes being plugged; (b) A general fire resistance 

test setup.
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One draw-wire displacement transducer was installed outside the furnace and attached to a ceramic 

rod that was inserted through the furnace roof 200 mm from the face of the steel support to capture 

the vertical displacements of the beam. Another draw-wire displacement transducer was installed 

outside of the furnace and attached to the insulated steel post to measure the vertical displacements 

of the beam end. The locations of the transducers are shown in Figure 5.3. The measured 

displacements from both transducers were used to determine the rotation of the beam-to-column 

connections. As for thermal measurements of the wood and steel components of the connections 

during fire tests, twelve metal-shielded K-type thermocouples were placed on each specimen as 

detailed in Figure 5.4. Six thermocouples were installed in the wood section on the beam front face 

and the other six mirrored on the back face of the beam. Thermocouples 1, 3, 7, and 9 were installed 

just at the edge of the cavity where the nut and washer were located. Thermocouples 4, 6, 10, and 

12 were installed just at the edge of the cavity where the steel rod was located (57 mm deep). 

Thermocouples 2, 5, 8, and 11 were placed at a depth similar to thermocouples 1, 3, 7, and 9 (49 

mm for the 38.1 mm washer and 43 mm for the 50.8 mm washer). Test beams were loaded to 

100% of the calculated design moment-resisting capacity of the weakest connection configuration. 

 

Figure 5.3. Fire test transducer locations 
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Figure 5.4. Fire test thermocouple locations 

As per CAN/CSA-S101, the total transverse load was applied in 25% increments at least 30 

minutes before the test assembly was exposed to CAN/ULC-S101 standard fire time-temperature 

profile. Deflections of each test assembly were measured during fire testing until the test assembly 

could no longer hold the applied load, or the test assembly reached the maximum measurable 

amount of deflection, at which the test was terminated. Figure 5.5 shows a general test assembly 

that underwent fire exposure after about 30 minutes with no noticeable deflection. 

 

Figure 5.5. Beam-to-column connection assembly exposed to 30 minutes of a standard fire 
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5.2 Experimental Results and Discussion 

The experimental results presented in this chapter are mainly the temperatures measured by the 

thermocouples, and the displacements measured by the draw-wire transducer located at the end of 

the beam in line with the loading, labelled T2, which was used to calculate the beam rotation. The 

draw-wire transducer, labelled T1, located at 200 mm from the column face could not be used 

because when the beam failed it would snap the ceramic rod, as shown in Figure 5.6, and was 

therefore stopped after the second attempt. Since all of the beams lasted close to an hour there was 

not much wood left to be salvaged for examination and the residual heat of the furnace during the 

cool down phase would burn the remaining amount of wood that was left. 

 

Figure 5.6. Fire tested beam upon completion of testing 

5.2.1 Failure modes 

For all tests, the top rod did not bend due to the wood not bearing on the rod after the test has been 

terminated. However, the bottom rod experienced varied degrees of bends after the test was 

terminated due to the wood bearing on the bottom rod and the amount of time the steel rod was 

exposed to fire.  

The pictures shown in Figure 5.7 are in good agreement with the graphed results presented in 

Figure 5.11; where the failure of the 200-mm embedment length connections was a brittle failure 

mode due to the wood splitting as shown in Figure 5.7(a). The wood splitting caused the test to be 

terminated due to the connection not being able to hold the full applied design load. With the wood 

splitting and the second least fire resistance time, the bottom steel rod experienced slightl 

deformations as shown in Figure 5.7(b). 












































